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Titanium Combastion in Turbine Engines

T. R. Strobridge, J. C. Moulder and A. F. Clark

Thermophysical Properties Division

National Engineering Laboratory

National Bureau of Standards

Boulder, Colorado 80303

1. INTRODUCTION

A major portion of the titanium and its alloys produced each

year is used in turbine engines and airframes, taking advantage of

the metal's low dens).ty, high specific strength and corrosion re-

sistance. In the evolution of jet engines, the addition of a two

stage titanium fan to a basic straight jet helped produce 42 per-

cent more take-'ff thrust while reducing the fuel consumpti.-, and

specific weight by 13 and 18 percent. 11I The current generation

of large, high-bypass-ratio engines have substantial amounts of

titanum alloys in the fan and compressor sections as well as in

other structures. These engines could not have been built without

titanium ailoys [21, although numerous research programs have been

and are beirng conducted to develop alternate materials such as

glass-epoxy, graphite-polyimide and boron-aluminum composites and

nickel superalloys. The potential of i.educed weight and cost to

improve aerodynamic and economic performance is the primary driv-

ing force in the search for improved materials.

Titanium's ability to support combustion is not unusual; in

the proper environment all metals except gold, silver and platinum

will burn. Titanium is combustible above certain combinations of

ai.r pressure, temperature and velocity. While the boundary be-

tween combustible and non-combustible regions on the pressure-tem-

perature-velocity surface is not well defined at this time, there



are locations in modern turbine engines in which the values of

these parameters are high enough to support sustained or even pro-

pegating combustion if titanium were present and were somehow

ignited. Instances of sustained or propagating titanium combus-

tion have occurred1 3] in turbine engines both on test stands

and in aircraft and naval ship service. This study, specifically

excluding military engines, concentrated on the experience of en-

gines operated in subsonic commercial air transport service.

We define titanium combustion as any rapid oxidation; self-

sustained combustion as the continued or non-quenched rapid oxida-

tion of a structure, for example a stator vane; and, propagating

combustion as the spreading of rapid oxidation to structures other

than those initially ignited.*

If there is an instance of titanium combustion wherein the

engine case remains intact but power production is reduced severe-

ly, the effect will be considered the same as an unscheduled en-

gine shut-down caused for any other reason. Should the case burn

through or be mechanically penetrated, then molten titanium drops

can be entrained by the high pressure air flowing through the case

wall into the nacelle area where fuel and oil lines and reservoirs

are located; the potential for further damage is obvious. We can-

not give the rate of occurrence of titanium combustion incidents

relative to flight or engine operating hours but the rate is ap-

parently small compared to other causes of engine damage or un-

scheduled shut-down.

1.1 Reasons for Using Titanium

Considerable leverage exists in the relationship between air-

frame and engine mass. Jahnke has stated [4 ] that every unit

of mass removed from an engine translates to four to eight units

*See glossary of combustion related terminology in Appendix A.
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that may be removed from the airframe a.-,d shows, figure 1, engine
mass reductions made possible by using titanium and its alloys

rather than other materials available in 1968. For a rotating

element, the stresses produced by centrifugal loads are propor-

i tional to the material density. We quote from a review

article [51, "The use of titanium alloys instead of steels for

compressor blades permits use of titanium disks of reduced section

compared to that of steel and so an all-titanium blade-disk assem-

bly shows a greater weight saving (about 52 percent) than would be

A-° expected (about 42 percent) from the difference in the densities

of the respective materials." Taking advantage of titanium's uni-

que strength-to-weight properties is clearly beneficial and is re-

flected in one engine which is about 35 percent titanium by mass,

concentrated primarily in the fan and compressor. Many factors

are traded-off when selecting a material for a particular tempera-

ture-stress regime. Today, titanium is not used at steady state

above about 700K (800F) primarily because of lower creep strength

at elevated temperatures.

1.2 Basic Metallurgy

The first jet engine powered flight was in 1939 while the

first production engine for commercial service using titanium went

on the market in about 1954[1 ]. In the evolution of the en-

gines, the amount of titanium in the structures increased; concur-

rently, efforts were devoted to improving strength-to-weight ra-

tio, fatigue and corrosion resistance and tolerance for mechanical

and thermal shock. At room temperature, the equilibrium crystal

structure of titanium is close packed hexagonal (cph); this sLruc-

ture is denoted a. At high temperatures, the equilibrium crystal

structure is body centered cubic (bcc), called 8. For pure tita-

nium, the phase transformation between alpha and beta crystal

3
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Figure 1. Estimated engine mass reduction through the use of titani-
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tion of Titanium by L.P. Jahnke by permission of Pergamon
Press. Year of first publication 1970).
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; structures, or beta transus, occurs at about 1160K (1625F). Most

i close packed hexagonal metals are more ductile than body centered

" -cubic metals which have higher moduli and lower toughness.

:: : :1.2.1 Effects of alloying elements.

~Alloying elements not only modify such properties as streng-

: :th, moduli, hardness and toughness, but also alter the beta tran-

sus temperature which affects the heat treating procedures for the
~different alloys. Aluminum is an alpha stabilizer (raises the

transus temperature) along with carbon, oxygen and nitrogen while
' -'copper, chromium, columbium, iron, manganese, molybdenum, tantalum

: and, importantly, vanadium act as beta stabilizers, lowering the
i transus temperature [6 ]. We quote from [6]: "Alpha alloys

~are weldable, non-heat treatable, stable up to about 1000F, strong

~and tough at cryogenic temperatures, more oxidation resistant than

~beta or alpha-beta alloys and relatively difficult to form. Beta

~alloys are generally heat treatatble, weldable, stable up to about

t 600F, strong at higher temperatures for short time periods, rela-
tively strong below -10OF and quite formable at room temperature.

~"Alpha-beta alloys are somewhat of a compromise between the
single phase alpha and beta alloys. They are heat treatable,

~stable to 800F (in some cases 1000F),'strong and more formable than

: alpha alloys. However, they are less tough than alpha alloys and,
for the most part, difficult to weld."

The effects of some of the alloying elements on the crystal

structure and properties are shown in figure 2 which makes a fur-
ther distinction in structure of nearta bot and near beta.

cl As materials properties research progressed, emphasis was

also placed on processing and fabrication development. For

Allyig leens ot nl mdiy uc prpetis s trng
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Figure 2. Schematic relationships: Titanijim alloying effects on
structure and selected alloy characteristics. (Reprinted
from The Titanium Industry in the mid-1970's by R.11. Wood
by permission of The Metals and Ceramics information
Center, Battelle Columbus Laboratories. Year of first
publication, 1975).
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example, double and even triple vacuum arc, consumable electrode

melting was found necessary to reduce the amount of hydrogen to

below embrittlement levels, eliminate tungsten from fixed elec-

trodes and prevent alloying element segregation [2 ]. Improved

techniques for heat treatment, welding, machining, casting, forg-

ing and diffusion bonding were developed, all aimed at lower cost,

lower weight or improved performance.

1.3 Report Format

The report that follows discusses where titanium is used in

turbine engines, what the experience has been with combustion of

these parts, including a breakdown of probable causes and the ex-

tent of possible damage, and what preventive measures have been

taken to limit this damage. Further, the fundamentals of titani-

um combustion are outlined with a discussion of both static and

dynamic laboratory experiments. An analysis of some of these ex-

periments shows a potential correlation which is followed by a

general discussion of the whole survey. Conclusions appear on

page 87.

2. CURRENT TITANIUM USE

2.1 Titanium Applications in Turbine Engines

The list of titanium components in Table 1 was compiled from

the information available to us on four current commercial engines.

Obviously, not all of the parts are in each of the engines because

of design differences, rather the lists in the table are compos-

ites. However, all four engines have titanum fan blades, fan

disks or hubs, low-pressure compressor blades and disks or drums,

and high pressure compressor blades and disks or impellers. The

titanium components in a modern turbofan engine are shown in

figure 3.

7



Table 1

Titanium Components in Four Modern Turbofan Engines*

Fan Low Pressure High Pressure

Compressor Compressor

Parts of spinner Blades Blades

Blades Disks Disks

Hub or disk Inlet guide vanes Case

Case Stator vanes Impeller

Inlet guide vanes Stator vane spacers Bleed Air Manifolds

1/4 stage cone Case

Bearing support

Mid ring

Bypass stator vanes

Splitter lip

Main mount frame

Exit case
*Alloys Ti-6AI-4V

Ti-5AI-25Sn

Ti-6AI-2Sn-4Zr-2Mo

Ti-8AI-lV-lMo

2.2 Limits to Titanium Use

The alloys selected for similar components vary among the

manufacturers but none use titanium above about 700K (800F). This

steady state temperature limit is imposed by insufficient creep

strength, not by combustion considerations. At this time, there

is no clear evidence that any of the currently used alloys, in-

cluding pure titanium, are more or less easily ignited or prone to

sustained or propagating combustion. Differences in combustion

characteristics have been notedt 7' but the effects are not

8
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fully understood. The question of whether or not alloy substitu-

tion would prevent combustion propagation under the same initiat-

ing circumstances has not been answered and alloy substitution may

not be possible for certain components for many reasons including

strength, brittleness, manufacturing problems and room.

3. TITANIUM COMBUSTION EXPERIENCE

3.1 Sources

The open literature rarely contains mention of titanium com-

bustion in engines [4 ] ' [51, [81, [91, [10], [111] and never,

to our knowledge, any detail of the event(s). The information for

this section comes from four engine manufacturers, the Federal

Avaition Administration (FAA), National Transportation Safety

Board (NTSB) and one airline. The tabulations are incomplete

since all possible sources could not be contacted and all events

may not be reported to central offices. Certain events may go un-

noticed; for example, minor blade tip combustion may be attributed

to erosion. Finally, we are not aware of any requirements or ave-

nues for reporting and compiling information relative to titanium

combustion in aircraft engines within the FAA, NTSB or the mili-

tary, and the manufacturers and operators are generally hesitant

to reveal such information although there are exceptions.

3.2 Combustion Occurrences

Table 2 gives the total number of occurrences known to us of

titanium combustion in aircraft gas turbine engines since 1957 and

the number of contained and non-contained cases. In only two caces

were engine damage details available [3].

10
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Table 2

Titanium Combustion Occurrences*

Total known 144

Contained+ 85

Non-contained+ 59

*These data accumulated since 1957 from both U. S. and foreign

sources are incomplete for reasons given above and therefore the

division between contained and non-contained cases may be biased.

We believe that each occurrence resulted in engine shutdown.

+Contained is defined as titanium combustion which did nct pene-

trate the case.

+Non-contained is defined as a case penetration caused by titanium

combustion.

Since the limiting service temperature for titanium and it's

alloys of about 700K (800F) is well below the ignition temperature

of titanium in air of about 1900K (2900F), some upset of the normal

operating conditions must occur to either mechanically or aerodyna-

mically raise the temperature of a titanium structure to the igni-

tion point before combustion can occur. The upset mechanisms can

be catagorized as:

111
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o Mechanical rubbing

Foreign or domestic objects

Imbalance

Rotor displacement

Case bending

Stall induced mechanical displacement

o Aerodynamic heating

Stall

Mechanical rubbing or jamming can arise from several causes. Loose

particles of solid material, either ingested from outside or arti-

cles broken within the engine can interfere between rotating and

static structures or bend blades so that they strike the vanes.

Very rapid temperature rise from frictional heating is possible.

Failure of a rotating part (disk, spool or blade) can result in

rotor unbalance sufficiently large to cause heavy rubbing. A fail-

ed bearing can allow radial or axial displacement of the rotor with

subsequent rubbing and in some instances rubbing has occurred be-

cause of case flexing. Reverse flow through the compressor result-

ing from surge or compressor stall can deflect the rotating blades

into the static structure and flow from the aft combustion section

of the engine can be at high temperature. (Combustor flames tem-

perature is typically 1900 K (2900 F)).

In so far as possible, Tab]e 3 lists the circumstances pre-

ceeding or the primary events leading to titanium combustion. Many

of the test cell events occurred while the engine was deliberately

being operated outside of the design envelope. The large number of

cases in which the primary cause is not known points out the inade-

quacy of the data base with which we must deal at this time.

Disregarding the test cell events and those for which the

cause is unknown blade failure contributed to 22.5 percent of the

incidents followed by turbine failures at 20 percent.

1



Table 3

Circumstances Preceeding or Event Leading to Titanium Combustion

Unknown 97

Blade failure 9

Turbine failure 8

Test cell 7

Bird strike 4

Disk or spool failure 4

Vane failure 3

Bearing failiire 3

Stall 3

Other 3

FOD 2

Air Seal 1

TOTAL 144

From these data it is not obvious that there is one major cause

of titanium combustion in aircraft engines. In some of the cases,

it is evidently straightforward to determine the cause and the fol-

lowing sequence of events. For other cases, it may be impossible to

determine the cause and to trace the mechanical and chemical damage

progression in the four to twenty seconds that have been estimated

for the duration of a typical event.

3.3 Extent of Combustion Damage

Combustion damage has ranged from light tip and trailing edge

combustion of airfoils to massive metal involvement [I0 ] some-

times with 3600 case penetration [3]. Once started in an en-

gine, titanium combustion continues until either the titanium fuel
is depleted, the air pressure falls below some critical value, the

combustion zone progresses to a heavy section where enough heat

.L 3
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is conducted away for quenching or the ignition energy source is

removed. Energy from the exothermic reaction is transferred away

from the combustion site by solid conduction, radiation, convection

and in the products of combustion and molten metal that may be

blown or thrown away. As long as the heat of combustion is great-

er than or equal to the heat transfer away from the site and there

is sufficient oxygen, the reaction will continue. The thin lead-

ing and trailing edges of an airfoil appear to be preferentially

damaged with several possible contributing factors. Conduction

away from the combustion site is inhibited by the smaller cross

sectional area so the temperature of the base metal will rise.

Additionally, the reaction may take place on both sides of the

thin section. Finally, the nature (if the airflow all around the

blade and the flow of molten metal toward the trailing edge can

explain some of the effects. Minor trailing edge damage is shown

in figure 4, while the tendency to consume the thin sections is

evident from the rounded shape of the blades in figures 5 and 6.

In figure 5, the rough deposits are titanium oxides which are

brittle and shaded from grey at the tip of the stub to black

inboard on the blade. If the deposits are on one side only, heat

effects are see on the undisturbed side progressing from neutral

grey at the tip to light brown, to neutral grey to blue, a hint of

the brown and finally parent metal color.

Below is a description of an engine intended to illustrate the

nature and extent of damage possible in a severe event. The descrip-

tion is a composite of several damage reportvs. Typical heavy dama;e

with the first evidence of sustained titanium combustion at midstagt

of the high pressure compressor, could be as follows:

1. High pressure compressor rotor

1.1 Forward of midstage, evidence of heavy tip rub

several stages.

1.2 First few stages, very light blade damage from

rub.

14



00

- 4AJ

$4

15



4J

0o
ca
co

bU

00
44

160



41

0

4-1

$4

0 t

IL)

A1



1.3 Next few stages, increasing evidence of combus-

tion products on aft side of airfoils. Witness

marks show some blades had touched neighbor.

1.4 Next few stages, evidence of non-sustained air-

foil melting or combustion on tips and trailing

edges. Accumulation of combustion products or

slag on aft side of airfoils.

1.5 Midstage, substantial blade combustion.

1.6 Aft of midstage, heavy combustion, all airfoils

gone.

2. Combustors

2.1 Deposits of combustion products, especially at

fuel nozzles.

2.2 Liner burning, cracking and distortion due to

flow irregularities.

3. Turbine section

3.1 Distortion of inlet guide vanes with heavy metal

deposition.

3.2 Deposits of combusition products decreasing in aft

direction. Heat distortion under some deposits.

4. High pressure compressor case

4.1 Forward of midstage, evidence of heavy rub sever-

al stages.

4.2 First few stages, evidence of light stator vane

shroud rub from forward deflection.

4.3 Next few stages, unharmed, increasing evidence

of combustion products on aft side of vanes.

4.4 Next few stages, evidence of non-sustained vane

melting or combustion at trailing edge. Accumu-

lations of combustion products or slag, both

sides.

4.5 Midstage substantial vane combustion.
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B77-- 4.6 Aft of midstage, heavy combustion, all vanes

gone.

4.7 Just forward of midstage, case overheated 3600,

light combustion

4.8 Midstage, case overheated, evidence of molten
titanium.

4.9 All bleed air manifolds penetrated by combus-

tion.

4.10 Aft manifold penetration directed airflow carry-

ing molten titanium toward forward manifold,

causing melt through.

5. Exterior to case

5.1 Several air and oil lines penetrated by combus-

tion. Fuel lines intact but shroud penetrated.

5.2 Fire warning system wires parted by melting.
5.3 Overpressure damage to cowling.
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4. PRECAUTIONS AND PREVENTATIVE MEASURES

4.1 Design Philosophy

Millions of hours of service experience coupled with research

to reduce the chance of titanium combustion and limit damage have

induced modifications of design philosophy in several areas over

the years. Design goals sought by the manufacturers can be summar-

ized as follows:

O Reduce possibility of ignition.

o Minimize possibility of propagating combustion.

o Eliminate case penetration.

Several precautionary measures can be incorporated to try to

achieve these design goals. After a brief discussion of which

titanium parts are susceptible, some of these measures are discuss-

ed below, several of which also have other purposes (e.g. rub

strips for increased efficiency). Rub strips, coatings, and in-

creased clearances help reduce ignition possibilities and the

alternate materials and linings help inhibit propagation.

4.2 Design Measures

The trend [31 is toward less aggressive use of titanium

in modern designs, especially for static structures in the higher

pressure section of the compressor. We are not aware of any in-

stance of titanium combustion in the fan or lower pressure compres-

sion regions where the oxygen concentration and temperature are

low. While rotor blades and structures have been involved in com-

bustion events and indeed are frequently the ignition source, the

stator vanes and casing are susceptible to extended damage since

molten metal tends to sling off the rotating blades and collect on

the static parts. A drop of molten titanium on a blade tip may be
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t subjected to radial acceleration of 104 to 105 times the accel-

eration of gravity. The centripetal force holding a growing molten

drop on a blade tip is coupled to the drop through surface tension.

At some drop diameter, the surface tension force is no longer suf-

ficient to provide the centripetal acceleration and the drop breaks

away, traveling tangentially. A first order calculation, neglecting

aerodynamic drag forces, shows that the drops leaving a 76 cm

(30 in) diameter rotor revolving at 10,000 RPM will be about 0.1 mm

(0.004 in) in diameter, a fine spray with a high surface to volume

ratio. This high surface to volume ratio, both 'while traveling to

the static structure and after impinging more or less evenly, pro-

motes high rates of oxygen solution.

Molten, reacting metal leaving the blades and arriving on the

case and vanes is a highly effective heat transfer mechanism that

tends to quench the blades and heat the static structures. Igni-

tion of the static structures is entirely possible and one instance

of a steel case being melted or burned through by a pool of molten

titanium has been recorded [3 ].

Rub Strips

Aside from stall or aerodynamic heating, rubbing, can cause

ignition. Rubs may result from foreign object damage (FOD), domes-

tic object damage (DOD), stall, bearing failure or case deflection.

During a titanium-on-titanium rub, both low thermal conductivity

titanium structures may rapidly rise to the ignition temperature

which is below the melting point. Therefore, designs incorporate

rub strips or coatings on lands and seals that prevent for example,

the rotating titanum blades from touching the titanium case. There

is a limit to the amount of violence these rub materials can toler-

ate since they have finite thickness. A deep incursion may pene-

trate, wear away or melt the rub strip and bond layer exposing

underlying titanium. Nonetheless, the rub strips appear to

21



significantly reduce ignition. Note that it is improbable that

rubs will be eliminated and that some light rubbing is considered

normal.

Several different materials are used for rub strips ranging

from filled elastomers in the low temperature regions to sprayed

metallic coatings, felt metals and steel at higher temperatures.

To be successful, the rub strip must be able to limit the energy

deposition and hence the temperature in the underlying titanium.

Some of the materials will deform or abrade away easily. The elas-

tomers are physically cut out or abraded away by interferring blade

tips or labyrinth knife edges with relatively low force which

translates to low energy. Felt metals, used at higher temperatures

are deformed by interference also with low energy. Others such as

aluminum and steel may melt and provide large enough clearance so

there is no longer interference. Aluminum's relatively high ther-

mal conductivity tends to spread the friction energy over a larger

volume with resulting lower temperatures.

Another purpose served by these sacrificial rub materials is

that they can, in a sense, absorb molten titanium emanating from

the rotating structure. The temperature of a molten reacting tita-

nium drop will be at least 2000K (3200F). Upon impinging on alumi-

num, for example, heat transfer will immediately start to cool the

drop and heat the aluminum to the melting point thus tending to

quench the reaction. If the drop temperature goes below about

1850K (2900F) the combustion reaction will stop.

Coatings

Coatings and surface treatments to prevent ignition and com-

bustion of titanium structures offer some promise. Some proprie-

tary experimental work has been done, the military have conducted

programs directed to harden structures against laser damage and
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NASA is conducting protective coatings evaluations. The coatings

are intended to prevent ignition by conducting heat away from the

potential ignition site or to quench combustion, also by conduc-

tion. The degree to which molten titanium will wet the coating canF also be important or some of the materials could break down before

ignition temperature is reached. At this time, a few candidates

have been found to suppress ignition and combustion but lack re-

quired mechanical properties. The effects of shot peening have not

* 'been reported.

Clearances

Wider radial and axial clearances have been suggested (and in

some cases employed) to reduce the occurrence of tip rub and rub-

bing trapped debris. Larger axial clearance reduces the chance of

stator vane-rotor blade clashing caused by stall; however the stall

margin will be decreased. The effects of wider clearances on effi-

ciency are not within the scope of this report; however, efficiency

is usually degraded by opening up clearances.

Other

Some more flexible engines have been found susceptible to rub-

bing caused by deflections from thrust and maneuvering as well as

unbalance loads. Offset machining has been used to inhibic igni-

tion from deflection rubs ant stiffer case designs have been pro-

posed[ 12]. Offset machining of the case provides greater radial

clearance where deflection rubs may occur.

Bleed air manifold entrance edges, found to be susceptible to

ignition by molten titanium spray have been protected by steel

grommets [12] , in a sense coating those areas. All-steel linings

for the manifolds have been suggested in some cases.

2
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Increased tolerance to foreign objects is desirable for many

reasons other than just a reduction in the chance for titanium com-

bustion. However, there is a practical limit to the type or size

of ingested material that will not cause damage. Both FOD and DOD

(arising from a mechanical failure in the engine) will probably

never be eliminated although blade, disk and vane design, materials

and inspection techniques are continuously being improved to in-

crease toughness and reliability.

Finally, substitution of alternate materials for titanium in

those regions of the engine most susceptible to combustion is an

avenue taken in some designs and suggested by the British Civil

Aeronautics Authority (CAA) (see Appendix B). The CAA document

requires that thin titanium sections not be employed as static

structures in the engine where the pressure exceeds 2 atm (29.4

psia) and the velocity is above 50 m/s (164 ft/s). This proposal

would rule out titanium stator vanes in all but about the first
Lour stages of compression (assuining a compression ratio of 1.2 per
stage). As mentioned, the weight penalty incurred by substituting

other materials for titanium in static st.ructures is lower than for

rotating parts, A CAA paper referenced in Appendix B shows that

there have been titanium fires in all three of the example engines

with titanium stator vanes while seven out of the eight engines

without titanium stator vanes have not had any known combustion

events. However, complete compliance with the suggested guidelines

might not assure complete elimination of titanium combustion.

4.3 Extinguishment

From start to finish, the time for propagating titanium com-

bustion in an engine has been estimated at 4 to 20 seconds. We

are not sure of the titanium extinguishing effectiveness of on

board agents such as carbon fluoride or carbon bromide driven by
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fluorocarbons, but Fox[1 3] has shown that CO2 supports tita-

nium combustion better than air. At 23 percent CO2 by volume,

the combustion rate increased 50 percent and at nearly 100 percent
C02; the increase in burn rate was 300 percent. A 60 percent by

fvolume mixture of argon in air effectively extinguished titanium
fires. It is suspected that helium would also be effective. In

either case, the short duration of the event inside the engine,

coupled with the need for large amounts of agent make detecting,

reacting and extinguishing seem impractical at this time. No

studies have been done as part of this effort to evaluate the

aerodynamic and mechanical effects of suddenly introducing enough

araon at molecular weight 39.9 into the airstream to raise the

concentration to 60 percent.

2
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5. FUNDAMENTALS OF METAL COMBUSTION

Experiments on metal combustion date back to at least

1782, when von Ingenn-Hausz plunged heated spirals of iron and

steel into oxygen and observed that they ignited and burned,

producing a great deal of heat and light [14 ]. Although

nearly two hundred years have passed, metal combustion remains

a little studied, poorly understood phenomenon, as previous

reviewers have noted[ 1 5 ,1 6]. It is only during the past

twenty years that significant progress has been made toward

understanding the complex processes that occur when a metal

burns. Yet, when our understanding of metal combustion is com-

pared to the detailed knowledge we have of metal oxidation or

the combustion of ordinary fuels, it is clear that the field of

metal combustion is still in its infancy.

There are a number of reasons for the present lack of un-

derstanding. Foremost among them is the small amount of re-

search on metal combustion, although it must be realized that

until relatively recently there were few technologically impor-

tant applications. Another factor contributing to our ignor-

ance is the limited nature of the majority of research that has

been published. There are few fundamental studies; most re-

search has been applications-oriented and has focused on one or

another aspect of the problem. Contributing to the confusion,

there is no single forum for presentation of results: data

pertinent to metal combustion is published in a wide range of

journals crossing many disciplines. Finally, perhaps over-

riding all other considerations is the enormous complexity of

metal combustion, consisting, as it does, of a large number of

complex, interrelated chemical and physical processes. Indeed,

to characterize completely the combustion of a single metal

would require the services of a solid state physicist, a sur-

face scientist, a physical chemist, an analytical chemist, a
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chemical engineer, a mechanical engineer, a thermodynamicist, a

physical metallurgist, a pyrometallurgist, and a specialist in

fluid dynamics. To date, no such interdisciplinary team has

been assembled, although recent efforts of several independent

groups funded by the USAF to study different aspects of titani-

um combustion are a step in this direction.

Because of the great complexity of metal combustion pro-

desses and the large number of factors that affect them, this

section of the report begins with a general introduction to the

distinctive characteristics of metal combustion and a discus-

sion of fundamental concepts. These include the thermodynamics

of metal-oxygen reactions, their kinetics, and the various me-

chanisms of metal oxidation, ignition and combustion. The re-

mainder of the report reviews research on the oxidation, igni-

tion and combustion of titanium and titanium alloys, with par-

ticular emphasis on research since 1972 on the problem of tita-

nium fires in aircraft gas turbine engines. For the reader's

convenience, there is a glossary of metal combustion terminolo-

gy included as Appendix A.

5.1 Characteristics of Metal Combustion

Some insight into the difficulties facing the scientist

who wishes to study metal combustion may be gained by examining

Table 4, which lists the factors affecting metal combustion.

While the list is fairly inclusive, it is by no means exhaus-

tive. In addition to the usual environmental factors that

affect a chemical reaction (temperature, pressure, concentra-

tion of oxygen), there are a number of factors that depend on

the particular configuration of the metal (size, shape, his-

tory, etc.) and a large number of material properties that

affect the combustion process. Note that in most cases, the

relevant material properties are needed for both the metal
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and its oxides. Where these properties vary with temperature, the

variation must be known. In some cas s, e.g. viscosity and sur-

£ face tension, the properties change not only with temperature, but

with the concentration of oxygen as well, and this dependence must

be known too.

Many of the distinctive features of metal combustion are a

direct result of the stability exhibited by most of the metal ox-

ides. Their stability implies that the heats of formatiQn for the

compounds will be large and so a great deal of energy may be re-

leased during metal combustion. But the oxides' stability also

means that the products of combustion, as well as the fuel, will

be present in the reaction zone as condensed (solid or liquid)

phases. Several important implications that follow directly from

this fact are discussed below.

In the first place, very high temperatures will be attained

during metal combustion. In the combustion of an ordinary hydro-

carbon, the flame temperature is limited by dissociation of CO2 .

This begins to become appreciable at temperatures of about 1700K

(14270 C) and effectively limit hydrocarbon flame temperatures to

less than 2500K (22270 C). Although most oxides decompose partial-

ly at elevated temperatures, the dissociation pressure of the base

metal oxides remains very low at quite high temperatures. Thus,

the upper limits on the temperature of a metal flame will be the

boiling point of the metal oxide. Because metal oxides evaporate

nonstoichiometrically, the boiling point must be defined in terms

of the equilibrium of the condensed oxide with its gas phase de-

composition products at the ambient pressure. The adiabatic com-

bustion temperatures (see glossary) for several metals burning in

oxygen at 1 atm are listed in Table 5[14 ]. It is obvious that

temperatures in excess of 3000K (27271C) are ruite common in metal

combustion.
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Table 5. Adiabatic Combustion

Temperatures in Oxygen at 1-Atmosphere Pressure [141.

Metal Adiabatic Combustion
_ ___Temperature (Kelvins)

Al 3800
SB 2900
Ba 3000
Be 4300
Ca 3800
Cr 3300
Fe 3000
Hf 4800
Mg 3350
Mn 3400
Mo 3000
Pb 1800
Sn 2700
Sr 3500
Th 4700
Ti 3300
W 3200
Zn 2200
Zr 4800

The presence of metal oxides in the reaction zone also means

that at they will play a role in determining the rates and mechanisms

of the combustion process. This is perhaps best illustrated in the

criterion proposed by Glassman to predict the combustion mode for

metals[17]. If the boiling point of the metal oxide is higher

than that of the metal, then the flame temperature can exceed the

metal's boiling point, the motal will evaporate and combustion will

occur in the vapor phase. On the other hand, if the metal oxide's

boiling point is lower than that of the metal, the flame temperature

cannot reach the metal boiling point and surface combustion will re-

sult. Because vapor phase combustion can be suppressed, either by

the formation of a prox:ective oxide layer or by reduction of the

flame temperature below the metal boiling point by radiation losses,

this criterion must be modified slightly. Thus, the metal oxide~s

boiling point excealing that (-f the metal is a necessary but not suf-

ficient condition .or vapor phase combustion, while the opposite case

5 ,K of a metal's boiling point exceeding that of the oxide is a suffi-

cient but not necessary condition for surface combustion.
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On the basis of Glassman's criterion, titanium, iron, steels,

nickel, zirconium, and hafnium are predicted to burn on the sur-

face, while magnesium, calcium, strontium, barium, and aluminum,

are predicted to burn in the vapor phase.

The presence of metal oxides in the combustion zone can also

have a strong influence on the propag-tion of metal fires. Due to

the refractory nature of metal oxides, mcst of the heat of reac-

tion will reside in the enthalpy of the products. In a surface

burning metal, the molten oxide products will collect on the sur-

face where their heat content aids in melting more metal. This

molten mixture of metal and oxide with a high heat content can

then be spread to other parts of a structure by centrifugal action

or by aerodynariic forces and thus aid in spreading a fire rapidly.

Two other characteristics of metal combustion deserve men-

tion: the very high radiant emission of burning metals and the

frequent occurrence of fragmentation and explosions during combus-

tion. The highly luminous character of metal flames is, of

course, a direct result of their high temperatures; at tempera-

tures in excess of 3000K (2727*C), a significant fraction of the

thermal radiation falls within visible wavelengths. Even metals

that burn in the vapor phase have highly luminous flames owing to

the presence of large numbers of condensed oxide particles which

give the flames a high emissivity. This characteristic feature of

metal flames is used to good advantage in one of the continuing

practical applications of metal combustion: the photographic

flashbulb.

The violent fragmentation and explosions which often accomo-

pany metal combustion are not as readily understood. Explosions

are most often observed during the combustion of small particles

(d <imm) of reactive metals like zirconium, titanium, tantalum and

aluminum[I ] . Small particles of these metals will explode
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shortly after being ignited an oxidizing atmosphere. Nelson

discovered that for zircon.,i droplets to burn explosively, nitro-

gen had to be present, either in the metal or in the oxidizing

atmosphere[2l 22]. Presumably similar considerations apply to

t,e other metals. When L..rger quantities of metal are burned

(> 100 mg), they no longer explode violently, but rather "boil"

vigorously, ejecting a continuous spray of small molten droplets

which continue to burn and may, themselves, explode[23]. A

photograph showing this behavior during the later stages of titani-

um combustion is included in figure 12 (see section 6).

It must be emphasized at the outset that there is no fundamen-

tal difference between oxidation and combustion, only one of de-

gree. Chemically and thermodynamically, metallic oxidation is

really just slow burning: slow enough that the metal can dissipate

the heat generated to its surroundings, thus preventing a tempera-

ture rise. Ignition is a thermal instability that occurs when the

heat generation rate from the chemical reaction exceeds the metal's

ability tc dissipate it, thus leading to a thermal runaway. The

steady state combustion that follows ignition is a new equilibrium

state where, again, the heat generation rate, which is now governed

by a new set of rates and mechanisms, is just balanced by the heat

lost to the surroundings. The critical difference between oxida-

tion and combustion, and it is an important one, is the rate at

which the chemical reaction proceeds. During the linear, non-pro-

tective oxidation of titanium at 1268K (995*C), the rate of oxida-

tion is 2 x 10- 3mg 02/cm
2.s[1 8 ] . The corresponding rate during

steady-state combustion at 3250K (29770 C) is 1 x 102mg 02/cm
2 *s [1 91 .

The combustion rate is thus 50,000 times faster than the oxidation

rate.

5.2 Thermodynamics of Metal-Oxygen Reactions

None of the metallic elements are chemically inert, although

their relative activities vary markedly, depending on position in

the periodic table. In particular, with the exception of gold, no

metal or alloy is stable in air at room temperature. All other

metals and alloys will form oxides; many form nitrides as well.
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The force that drives metal oxidation is the free energy change

associated with the formation of a metal oxide. Since the metal

oxides are as a rule highly stable, they have a lower free energy

than the free metal; consequently, metal oxidation is a thermodyna-

mically favored process.

The overall chemical equation for the reaction between a

metal and oxygen to form the metal oxide may be written as

b0
aMe +12 02 = Mea0b (5-1)

This is a reversible reaction; the direction it proceeds depends

upon the concentration of oxygen present in the gas phase. If the

partial pressure of oxygen is greater than the dissociation pres-

sure of the oxide at the ambient temperature, then the metal will

be oxidized. The metal will remain unaffected and any metal oxide

will decompose if the ambient oxygen partial pressure is lower

than the dissociation pressure. The noble metals have dissocia-

tion pressures that are greater than or equal to ambient oxygen

pressures at temperatures below their melting point. This is why

these metals (Au,Ag,Cu) can be heated in air without oxidizing ex-

cessively and why they may be found natively in their pure, unoxi-

dized state. The base metals have much lower dissociation pres-

sures and will oxidize under most conditions found terrestriallly.

Titanium, for example, has a dissociation pressure of 10-16

atm at 1873K (1600°C), which helped to explain its remarkable

affinity for oxygen.

Although the chemical driving force for metal oxidation is

the standard free energy of formation, AGO, the heat liberated

during the chemical reaction is often the determining factor in

sustaining and propagating a reaction. This important thermodyna-

mic quantity, the standard heat of formation, AHO, may be calcula-

ted from the standard free energy and the entropy change, A SO, by

use of the well-known Gibbs-Helmholtz equation,

jO -AGO + T ASO (5-2)
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or obtained from readily available tabulations[ 24 ,25]. There

are also several excellent textbooks that discuss the chemical

thermodynamics of metal-oxygen reactions and give examples of

thermophysical calculations[2 6-28].
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6. EXPERIMENTAL RESEARCH ON TITANIUM COMBUSTION

Due to the complexity of metal-oxygen reactions, as discussed

in the preceeding sections, experimenters usually concentrate on

one aspect of the overall process. For this reason it is conve-

nient to divide the research into four categories: oxidation, !I-

nition, static or steady-state combustion, and dynamic or propa-

gating combustion. In general, the degree of complexity of the

phenomena involved increases in the same order as presented; as

complexity increases, the experimenters' ability to control all

the variables decreases correspondingly.

In the following sections we discuss, for each of these cate-

gories, relevant research on titanium that is available in the

open scientific literature. Information on the basic rates and

mechanisms of titanium oxidation are required because the kinetics

of oxide film formation govern the ignition process. Ignition

studies are usually simple go/no go tests that seek to define the

temperature, oxygen pressure, and gas velocity necessary to ini-

tiate a combustion reaction. Static combustion experiments are

done in a static or slowly flowing gas environment to obtain the

maximum amount of experimental control and reproducible results.

These experiments give basic information on the rates and mechan-

isms governing steady-state titanium combustion. In the experi-

ments on dynamic combustion, an effort is made to reproduce, to

some extent, the conditions prevailing in a gas turbine engine by

conducting the experiments in a wind tunnel. Such experiments give

a great deal of insight into the mechanisms by which a titanium

fire spreads, and have been instrumental in establishing the tem-

perature-pressure-velocity limits for sustained titanium combus-

tion in engine environments. They have also led to an analytical

model that has been able to predict with some success the condi-

tions under which titanium will undergo self-sustained combustion.

To date, no experiments have tried to duplicate high rotational

speeds in concert with high velocity airflow.
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Finally, in section 7, we present a correlation of all avail-

able experimental data on the limits for sustained titanium com-

bustion with the limits predicted by existing models and guide-

lines. No such correlation for all of the available data has been

published before and the results are both interesting and encour-

aging. In general, there is good agreement between the limits

predicted on the basis of analytical models and the limits found

by dynamic combustion experiments.

It is worth noting that there has been a great deal of pro-
prietary research on the titanium engine fire .problem. One manu-

facturer[3 ] estimated that over 100 man-years had been expend-

ed in research on the titanium fire problem in the last few years

alone. Of course, many of these tests are full scale runs on an

engine test stand, and require many personnel. Nonetheless, a

great deal of work has been done by the manufacturers themselves

on rub mechanics, development of new rub strip materials, design

changes in engines, new alloy testing and development, and devel-

opment of protective coatings. Very little of this information

was available to us because of its proprietary nature; rio propri-

etary information has been included in this report.

6.1 Oxidation

The isothermal oxidation kinetics for titanium have been

studied by a number of investigators, and much of the data has

been summarized by Kofstad[1 8]. Oxidation proceeds according

to various rate laws depending on temperature and time of expo-

sure. This behavior is illustrated in figure 7 (taken from

Kofstad), which is a double logarithmic plot of weight gain vs.

exposure time for pure titanium oxidizing at different tempera-

tures in 1 atmosphere oxygen. We quote directly from Kofstad's

characterization of titanium's oxidation behavior[18]: "Below

about 400 0 C the oxidation is logarithmic, whereas at 400-6000 C a

transition from logarithmic to parabolic or an approximately cubic
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oxidation is observed. Above 600-700 0 C the oxidation is parabolic

and, after extended reaction, transforms into an approximately

linear rate. Above 900-10000C the linear oxidation is followed by

a decreasing rate of o-idation."

The mechanisms of oxidation during low temperature logar-

ithmic and cubic oxidation have not been estanlished definitely,

but parabolic oxidation is generally thought to involve simultan-

eous parabolic oxide film formation and oxygen dissol'ition in the

metal. The high solubility of oxygen in titanium (up to 30 atomic

percent at 1173K (9001C)) is obvious from the phase diagram shown

in figure 8. Oxygen dissolution probably becomes important at

673K (4000C).

The change to non-protective linear oxidation kinetics at

1073-1273K (800-10000C) is accompanied by an increase in the rate

of reaction. The reason for the transition is not clear, but it

has been suggested that the oxide loses its protective character

due to growth stresses in the oxide scale. An alternative propos-

al is that the breakdown in protective behavior occurs after an

outer layer of titanium reaches a critical oxygen concentration.

The latter mechanism is supported by X-ray studies which show that

the outer layer of metal tends toward a limiting oxygen concentra-

tion of approximately 35 atomic percent.

Following extended linear oxidation, titanium's oxidation

rate again begins to diminish with time, which appears to be re-

lated to sintering and grain growth in the outer portion of the

oxide layer. In oxidation above 1473K (1200*C) the linear oxida-

tion stage is not observed at all.

38



02 x
CD 0-

+0 41
+ uo 4

01-

1- 0r U 0

+ 0o

00
(00 L 0

44-

0 0
C. C. I

L1Lf



The kinetics of titanium oxidation under conditions of rapid

heating are of considerable importance to an understanding of ti-

tanium ignition, since in most practical cases ignition occurs

during rapid anisothermal heating caused by some external energy

source. Studies of this nature have been performed by Wolf, et

al.[ 2 9 - 32] using an infrared furnace and a volumetric oxida-

tion apparatus. The effect of subjecting thin plates of commer-

cially pure titanium to heating rates of from 0.5 0C/s to 100 0 C/s

was studied for 0.25 atm (3.67 psia) oxygen. A thermocouple lo-

cated near the bottom of the specimen was used to record specimen

temperature during experiments while another thermocouple near the

specimen's top was used to provide feedback to the temperature

control loop. Oxygen consumption was monitored with a pressure

transducer.

These experiments showed that at low heating rates (<0.5 0 C/s)

the oxidation could be described by parabolic reaction kinetics.

Intermediate heating rates ( 10°C/s) led to asymptotic kinetics

followed by parabolic kinetics after a time delay that depended on

temperature. Higher heating rates (> 20°C/s) apparently led to an

effective reaction area multiplication which permits an initially

rapid oxidation rate. To explain the oxidation kinetics at these

higher heating rates it was necessary to account for this expan-

sion of the reaction zone and to include the effects of heat depo-

sition within the oxide scale, near the metal-oxygen interface.

Wolf and his colleagues also observed that many of the specimens

ignited at heating rates greater than 40°C/s. These observations

will be discussed in the following section on ignition (Section

6.2).

To summarize briefly, titanium is observed to follow protec-

tive oxidation kinetics under prolonged exposure to constant temp-

eratures below about 1123K (8500C). Thus, titanium would not be

expected to ignite spontaneously during exposure to constant tem-

peratures in this range, without an external energy input. At

temperatures in excess of 1123K (8500C), non-protective oxidation

kinetics are observed, which would lead to a gr'eater likelihood of

ignition at temperatures exceeding this value.
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6.2 Ignition

The ignition of titanium in air and various other oxygen-con-

taining atmospheres has been studied frequently because of titani-

um' s widespread application in aerospace programs. These studies

have attempted to 'stablish a lower limit to the conditions for

ignition, especially where no supplemental energy is provided by

means such as mechanical impact or frdcture. Schmidt and

Forney[3 3] have plotted all the spontaneous ignition aata as a

function of temperature and pressure, which is shown in figure 9.

The solid line indicates a probable lower limit to spontaneous

ignition of bulk titanium extending from about 1873K (16000C) for

air at one atm. to as low as 1073K (800°C) in pure oxygen at about

20 ati (300 psia).

Several factors can affect this limit, including the size of

the specimens, the flow or makeup of the oxidizer, or any supple-

mental energy provided. Powders or very small section specimens

will ignite much more readily as the oxidizing surface to volume

ratio gets higher. Fine powders of titanium wil. spontaneously

ignite in air at room temperature and pressure. The data plotted

in figure 9 are thought to be representative of bulk titanium

specimens, although actual specimen dimensions were not reported

in every case. The effect of flow on the ignition temperature is

small [34] but, as will be seen later, has a much larger effect

on propagation limits. The presence of moisture, nitrogen, or

carbon dioxide also has a small effect, raising the ignition tem-

perature slightly for equivalent pressures[ 35]. In experiments

with a high velocity flow of oxygen through a small orifice of ti-

tanium, the metal did not ignite.

The addition of supplemental energy, however, is a different

matter. In all cases the added energy lowers the ignition temper-

ature. This could come, for example, from two surfaces rubbing

together, impact by another object, or fracture aud exposure of a

fresh surface to oxidation. This latter experinient [3 61 is also

plotted as a dashed line on figure 9 to show the effect. Other

energy sources could alter the curve ih other ways.
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Static tests will always give the highest ignition limit,

dynamic tests of ignition a lower limit, and the propagation of
combustion is possible at even lower temperatures and pressures.
This is clearly shown in figure 10 by the results of an experiment

determining the relation b.:tween total pressure and oxygen content

for limiting behavior under these three conditions, i.e., static

ignition, dynamic ignition (flow), and propagation. Thus, once

ignited, titanium combustion will readily propagate under the

same, or even less severe conditions. There have been several

* other ignition studies under special conditions which are summar-

ized by White and Ward [351 .

Dynamic heating to ignition at very rapid heating rates also

dramatically reduces ignition temperatures. In their studies of

anisothermal oxidation kinetics, Wolf and his colleagues observed

that many of the specimens ignited when subjected to heating rates

greater than 40°C/s. [29- 32. Furthermore, the apparent igni-

tion temperature decreased as the heating rate was increased. For

0.010 cm-thick specimens which were heated in 0.25 atm oxygen from

room temperature at a constant rate, r (*C/s), the "senFible" ig-

nition temperature could be fit to the equation[32]:

T = 338 + 4"97x0C (6-1)

This relation extrapolates to the accepted value for the bulk ig-

nition temperature of titanium, 1866K (1593 0C) at a heating rate

of 200 C/s.

When similar specimens were first Plowly heated to 1073K

(800°C) and held at this temperatur for t seconds, then heated to

ignition at 750C/s, it was found that the ignition temperature

followed the expression
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T. =(900 + 2.58 tl/ 2 )oC (6-2)

Further experiments showed that this inhibiting effect of preoxi-

dation was apparently due to solution of oxygen in the metal and

not to the formation of a thicker oxide scale.

The observation of ignition temperatures as low as 648K

(375 0 C) is quite puzzling when compared to the bulk ignition tem-

peratures measured with slower heating rates. Another discrepancy

witn earlier investigations in the high-heating-rate experiments

was the absence of any strong effect of oxygen pressure,

0.13-0.53 atm (1.9-7.6 psia), on the ignition temperature [32i.

Although Wolf does not discuss the lack of pressure dependence in

any detail, he does suggest that the low sensible ignition temper-

atures imply that ignition is probably precipitated by localized

deposition of heat in small hot spots with an attendant rapid in--

crease in the local oxidation rate and a subsequent thermal run-

away. That is to say, the metal temperature at ignition as mea-

sured with a thermocouple near the bottom of the specimen may n-':

accurately reflect the local temperature in the hot spot where :g-

nition begins. Another consideration that probably affects these

results is the high surface-to-volume ratio (Sv) of the speci-

mens (200 cm-1 for the 0.010 cm-thick specimens). As pointed

out above, the surface-to-volume ratio is important in metal igni-

tion, and specimens with high values of Sv can ignite at much

lower temperatures than Lulk specimens. Mellorf'3 7] estimates

the limiting value of Sv for titanium to behave as a bulk mater-

ial as Sv -  25.6 cm"'I , and cites several earlier studies that

found much-reduced ignition temperatures for titanium powders with

Sv >= 400 cm
-1 .

Wolf also compared several titanium alloys for ease of igni-

tion under rapid heating(32I in a limited number of tests.

The results showed that TiA] and Ti 3Al were most resistant to

ignition (did not ignite), Ti-13 Cu and Ti-31II alloys were less
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resistant to ignition (Tig "1173K (9001C)), while commercially

pure titanium, Ti-8Mn, and Ti-6A1-4V were the least resistant to

ignition (Tig :1023-1073K (750-8000C)).

In summary then, the ignition studies show several things re-

levant to the use of titanium in turbine engines. First, a prob-

able lower limit to ignition can be established for given tempera -

ture and pressure conditions (e.g. about 1866K (15930C) in 1 atmos-

phere air), but any supplemental energy will lower these limits.

Higher pressure also lowers the ignition temperature. Second, ti-

tanium will ignite and burn in a variety of atmospheres, including
nitrogen and carbon dioxide. Once ignited it will burn readily,
even in carbon dioxide. Third, bulk titanium, which will not spon-

taneously ignite at moderate temperatures and pressures, will ig-

nite and burn readily if subject to supplemental energy such as im--

pact, rubbing, or fracture leading to exposure of a fresh surface.

Fourth, when thin specimens (Sv = 200 cm-I ) of titanium are

heated at rates greater than 40°C/s, they are observed to ignite

readily at temperatures below the bulk ignition temperature, 1866K

(15930C). If heated at 100°C/s, these specimens can ignite when

their average (or "sensible") temperatures are as low as 573 to

673K (300 to 4000C). Conditions that lead to oxygen solution in

the base titanium prior to rapid heating result in an inhibition

of titanium ignition. For different titanium alloys, the relative

resistance to ignition decreased in the ot-'er: TiAI, Ti3A1>

Ti-13Cu, Ti- aIII> CP Ti, Ti-8Mn, Ti-6A1-4V.
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6.3 Combustion in Static Environments

There has been surprisingly little fundamental research on

the basic rates and mechanisms of steady-state titanium combus-

tion. The only detailed studies are the early wire-burning exper-

iments of Harrison and Yoffee[ 38 ,3 9] and the more recent work

of the authors at NBS[ ! 6, 19, 23, 40-45] with small (0.2-0.5g)

bulk specimens.

Between 1954 and 1961, Harrison[38,39 ] reported measure-

ments of the burning rates of small wires of aluminum, iron, mag-

nesium, molybdenum, titanium and zirconium. Vertical wires were

ignited at the lower end by a small titanium coil and photographed

while burning in various oxygen concentrations up to 100 percent

oxygen at 1 atmosphere. Harrison found that the burning velocity

of titanium wires was proportional to the square root of the pres-

sure for pressures below one atmosphere. He also found that a

critical oxygen concentration exists, below which combustion does

not propagate; this minimum concentration increased with increase

in wire diameter and varied for different materials. Photographic

images of the burning titanium wires were clear and distinct, with

no evidence of a diffuse vapor phase combustion zone, leading

Harrison to conclude that titanium burns at the surface of a molt-

en mixture of the metal and its oxide. The color temperature of

the burning titanium varied from 2700 K (24301C) at an oxygen

pressure of 0.05 atm to 3330 K (30600 C) at 1.0 atmosphere.

Some of Harrison's observations on the way combustion propa-

gated along titanium wires are particularly germane to the present

discussion. The propagation of combustion into the unburned wire

was oscillatory in nature. A nearly spherical globule of molten

metal would form at the end of the wire, remaining stationary in

space as the melted zone moved up the wire. When the globule be-

came large enough to overcome its surface tension, it would
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separate from the wire and fall while a small amount of melt would

jump up to form a new globule further up the wire, starting a new

cycle. Harrison found that the droplets that fell from the wire

were only about 15 percent oxidized. From this observation

Harrison concluded that [38] "...no great significance can be

placed upon the absolute values of the propagation rates..." As

he recognized, however, propagation rates are valuable as a rela-

tive measure for comparing different materials or environmental

conditions.

The distinction between burning velocity and the more funda-

mental combustion rate is an important one that will arise again

when we discuss propagating combustion in dynamic environments.

In this section we discuss measurements of the combustion rate,

the actual rate at which oxygen is absorbed by molten titanium.

We will see that this rate is mass transport limited; under most

conditions oxygen is absorbed as fast as it can diffuse to the

surface. We will also see that the combustion rate does not vary

significantly for difterent alloys, since the factors that govern

the rate of oxygen diffusion to the surface will be essentially

the same for different alloys. Then, in section 6.4 we will dis-

cuss measurements of the burning velocity, the rate at which tita-

nium is lost from a blade-like specimen as it burns in a simulated

compressor environment. It should be clear that the combustion

rate and the burning velocity are quite different parameters. Al-

though the burning velocity will depend to some extent on the com-

bustion rate, it will also be affected by a number of other para-

meters such as the thermal diffusivity, surface tension and visco-

sity of liquid titanium, the Reynolds number at the leading edge,

and the viscous drag of the airstream. Unlike the combustion

rate, which varies only slightly for different alloys, the burning

velocity shows significant variations for different alloys. This

does not mean that the results of the two experiments are at odds;

rather, it implies that factors other than the combustion rate

must be the cause of these variations in burning velocity.
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The authors' research has extended over several years and has

been directed toward developing new quantitative techniques for

studying metal combustion and extending fundamental studies to

samples of larger dimensions. Th, use of larger, stationary spec-

imens has considerably eased some of the experimental difficulties

associated with metal combustion research 'nd more closely approx-

imates the conditions prevailing in large-scale accidental metal

fires. The objectives of this research have been to better define

the heterogeneous combustion process for bulk titanium metal, id-

entify the reacting species and products, determine the reaction

location, and discover the primary rate-limiting mechanisms.

Early stages of the NBS research program included literature
surveys[l6,40 ] , studies of the ignition and combustion of

various steels and alloys of aluminum, titanium, and copperl4 1 ],

and preliminary experiments on laser-initiated combustion of pure

titanium using a new optical technique[ 2 3 ] . Several novel

analytical techniques were developed and, together with more con-

ventional techniques, applied to the combustion of bulk titanium

and titanium alloys. The results of experiments employing these

newly developed methods have yielded substantial data on the rates

and mechanisms of titanium combustion and considerable insight

into the very complex heterogeneous reactions involved in metal

combustion.

The experimental techniques used include: a new gravimetric

technique employing an electronic weight sensor to determine oxi-

dation rates during self-sustained combustion [19 ] , temperature

measurements during combustion using two-color pyrometry[19];

time-resolved spectroscopy to identify vapor-phase reactants and

products and their location and duration during combustion[42,
4 31

novel laser technique for phase contrast visualization of flame

structure and temperature fields in vapor-phase combustion zones[23];

high-speed cinematography of burning metals[2 3]; as well as

x-ray and chemical analysis, metallography, and scanning electron

microscopy (SEM) of combustion products(23I.
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Most recently, a dramatic improvement in the method of time-

resolved spectroscopy was achieved through the use of an electron-

ically-scanned spectrometer, with periodic sampling and digital

storage of the spectral scans [44 ]. This technique was used to

study the role of condensed products in metal flames and to ex-

plore a newly discovered laser-flame interaction [45 ] .

In the experimental arrangement a 100 watt cw CO2 laser

provided a clean, remote and controllable ignition source for

130-500 mg specimens of commercially pure (99.2%) titanium and

various titanium alloys. Cleaned and etched specimens were placed

on a polished graphite block in one atmosphere of gently flowing

oxygen, permitting an unobstructed view for a high-speed camera,

photodiodes and the entrance optics of the spectrometer. A typical

experimental arrangement used to measure temperature and oxidation

rate during titanium combustion is shown in figure 11.

The controllability of the laser ignition source and constant

specimen sizes permitted readily reproducible experimental condi-

tions. A characteristic total luminosity versus time curve, as

measured by a photodiode, was remarkably reproducible and provided

a convenient time scale as a reference for the other analytical

techniques. These were:

(a) High-speed color cinematography to study the general

behavior, approximate color temperature, and the relative

rates of reaction.

(b) High-speed Hilbert transform cinematography to visual-

ize the general morphology of the molten metal surface, norm-

ally obscured by self luminosity, and to provide estimates of

the temperature gradients in the vapor zone surrounding the

specimen.

(c) Time- and space-resolved visible spectroscopy to

identify vapor species and possible excitation mechanisms.
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(d) Two-color pyrometry to determine surface temperatures.

(e) Dynamic gravimetry to provide a direct measure of the

uptake of oxygen during combustion.

(f) Metallography and scanning electron microscopy of spec-

imens quenched at various stages in the process to identify

reactants and products and their locations.

(g) X-ray and chemical analyses. of products.

Visual observations and high-speeed movies showed relatively

few differences in the combustion of titanium and various titanium

alloys. Following the ignition (and melting) stage, which is

accompanied by a very steep rise in total luminosity, specimens

assume a characteristic sessile-drop shape and burn steadily and

quietly by surface reactions for a little more than half of their

combustion history (the total combustion event lasts only 3-4 s).

The end of this steady burning stage of combustion is marked by

the specimen erupting into violent boiling, with the ejection of a

shower of particles that continues until self-extinguishment and

solidification of the specimen. Metallographic exmaination of the

residue has shown that combustion is always incomplete, with a

core of titanium and oxygen in solid solution overlain by layers

of TiO and TiO 2. Oscilloscope traces of the total luminosity

during the event show it to be quite reproducible. The various

stages of titanium combustion are shown in Figure 12.

To summarize our current state of knowledge of the ignition

and combustion of titanium and its alloys, the highlights of our

research are listed below for the three distinct stages of titani-

um combustion, which were identified very early in our studies.

STAGE 1 - IGNITION. The specimen is heated in oxygen with a CO2hlaser until a self-sustaining combustion reaction is obtained.
.Local ignition possible. High speed movies show small

regions can ignite and exhibit signs of advanced stages of

combustion, e.g. ejected particles. The heat of combustion

conribtites to the rapid melting and ignition of the

remainder of the specimen.
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SPECIMEN SURFA F

Figure 12. Three frirs from high-speed movies of titanium burning in
one atmosphere oxygen. Top: after ignition, titanium
burns steadily and quietly by surface reaction,, with
occasional ejection of particles. Surface is obscurod by
intense continuum radiation from vapor region. Middle:
about hal [way through combust ion process, speci no'n or~ipts
into violent boiling, ejecting a shower of molten dropn-
lets. Some of these particles explode violently. BRotiLom:
Low. rds end of coinbustion, shower forms "linear ';pray"
with no further cxplosio~ns. After reic'rcnc(e 123).
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*Temperatuire spikes observed.Two-color pyrometry indicates

temperature peaks as high as 4000 K (37270 C) correlated with

ignition flares, whereas steady burning temperatures are con-

sistently about 3200 K (2930*C), near the boiling point of

TiO 2 -

*Influence of vapor phase combustion on ignition possible.

Spectroscopy and phase contrast cinematography show'an

initial surge of titanium vapor during ignition, which may

contribute to the temperature spikes. Time-resolved spectra

reveal the prompt appearance of alloying elements in this

vapor cloud, suggesting that vapor phase processes could

enhance ignition for alloys containing highly volatile and

combustible components. Phase contrast movies show that the

vapor cloud collapses to a narrow boundary layer 1-2mm thick

after ignition.

STAGE 2 - STEADY BURNING. The specimen appears to burn steadily

and quiescently on the surface following ignition and melting.

*Two rate-controlling processes determined. Mass uptake

measurements reveal two distinct rates for this stage of

the combustion process, differing by a factor of about

three. The change from an initially fast, linear rate of

oxygen uptake to a slower rate correlates with the disap-

pearance of the vapor zone and its associated spectra, a

decrease in temperature and the appearance of accumulat-

ing oxides which hinder the flow of oxygen to the metal

fuel.

* Combustion rate shown tc be mass-transport limited.

Studies of the effecL of oxygen velocity on titanium's

combustion rate show that gas-side diffusion is rate-limit-

ing during the initial part of the reaction. An exchange of

control to liquid-side diffusion occurs when oxides begin to

accumulate.

*Alloying shown to have little influence on combustion.

The measured rates of oxygen uptake, the color tempera-

tures and visual observations of the steady burning stage

show remarkably little variation for the alloys studied.
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7.

STAGE 3 - SHOWER. The steady burning stage ends abruptly with an

extensive and violent shower of particles.

*Subsurface combustion reaction discovered. The high

speed cinematography shows violent oxide motion on the

surface during this stage. Metallurgical and SEM obser-

vations of quenched specimens indicate a subsurface

boundary between the outer layer of TiO2 and the core,

consisting of a Ti-O solid solution. The subsurface com-

bustion appears to create voids, segregate alloy compon-

ents, and provide the necessary driving force to blow off

molten droplets of the burning specimen.

*Products of the shower are hollow spheres of TiO 2 .

Early in the shower when the ejected droplets are incom-

pletely burned, the same subsurface reactions that cause

the violent boiling lead to explosive fragmentation of

ejected particles. Later in the shower the driving force

is insufficient to cause explosive fragmentations and the

collected products of the shower are hollow spheres of

nearly stoichiometric TiO 2 , as revealed by scanning

electron microscopy and chemical analysis.

*Accumulated oxides shut off reaction. The decreased

rate of oxygen uptake towards the end of combustion and

the metallurgical observation of a thicker and thicker

oxide layer lead to the conclusion that limitation of

oxygen diffusing to the subsurface combustion zone soon

quenches the reaction. Increased oxygen flow across the

surface stirs the molten oxide permitting a faster com-

bustion rate.
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As discussed in the preceeding synopsis, the steady burning

phase of titanium combustion is kinetically governed by two se-

quential rate-controlling processes. The initial rate-limiting

step, which is the faster of the two, is the diffusion of oyxgen

to the specimen's surface through a boundary layer of vapor pro-

ducts. The second rate-.limiting step, which takes control when

oxides begin to accumulate on the surface, is the diffusion of

oxygen through a growing liquid oxide layer. Preliminary experi-

ments with commercially pure titanium showed that the flow of oxi-

dizer can markedly increase combustion rates during both stages of

the reaction.

More recently, measurements were extended to study the ef-

fects of flow on the combustion rates for Ti-6AI--4V over a greater

range of flow velocities. The results of this experiment are

shown in figure 13. The rate of oxygen uptake during both stages

of combustion increases with increasing flow of oxygen Lo a maxi-

mum, beyond which the average rate decreases. Although there is

as yet no detailed theoretical model with which to compare this

data, it seems plausible that increasing the flow of oxygen in-

creases the combustion rate during the first part of the reaction

by blowing away products and reducing the thickness of the vapor

diffusion barrier. The effect of flow on combustion rate during

the second part of the reaction is more difficult to explain, but

high speed movies of burning titanium suggest that stirring of the

oxide layer by the flowing gas may be the cause. There is a maxi-

mum for both curves at a flow velocity which is near the limit for

laminar flow from the oxygen supply tube, Turbulence disturbs the

oxygen flow pattern, causing a decrease in the average combustion

rate and an increase in the scatter of the data. Clearly, how-

ever, much work remains to fully explain these effects.
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Figure 13. Th' effect of flow on the rate of oxygen uptake during
cornbuscion of Ti-6A1-4v.J and J2 are the rates of
oxygen uptake duri 'ng the first and second parts of the
steady-burning stage of combustion.
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One goal of the studies of titanium combustion by dynamic

gravimetry was to measure the combustion rates for a number of

different alloys to see if the addition of certain alloying ele-

ments could reduce the rate of oxygen uptake. It is known, for ex-

ample, that the addition of small amounts of silicon to iron or

copper systems can markedly reduce their rates of oxygen absorp-

tion during combustion by forming a thin slag layer on the sur-

face. The combustion rates for commercially pure titanium and a

series of 23 titanium alloys were measured in a gentle flow of ox-

ygen (-65 cm3/s) at atmospheric pressure. The combustion rates

for these alloys during the first (Jl) and second (J2 ) parts

of the combustion ceaction are presented in Table 6. These re-

sults are the average from several specimens of each alloy. With

only two exceptions, little variation in combustion rate was ob-

served among the alloys studied; the rate during the first part

oE the reaction varied from a high of 0.12 grams 02/cm2 s for

Ti-5Mo to a low of 0.07 grams 02/cm2 s for Ti-5.8

AI-2Mo-2.lSn-l.9Cr-i.8Zr. The two exceptions, Ti-6Sn and Ti-9Sn,

exhibited a curious bimodal behavior. Specimens of these two al-

loys either burned in a "fast" mode comparable to the combustion

rates of other alloys, or in a "slow" mode that was lower by a

factor of 30-50 percent. No explanation for this behavior has yet
been found.

in general, the addition of tin or tin in combination with

aluminum seemed to result in the lowest observed raLes. But the

rates for alloys containing these elements were only about 20 per-

cent lower than average. This difference is not much greater than

the estimated experimental uncertainty of + 10 percent. One fac-

tor that may help to explain the lower rates observed for tin- and

aluminum-bearing alloys is the high vapor pressure of these ele-

ments at 3200 K (2930 0C). Loss of mass from the specimen by va-

porization of tin or aluminum during combustion would result in a

lower apparent combustion rate as determined by dynamic gravi-

metry. Spectroscopic observations of the prompt appearance of

aluminum vapor during ignition[4 41 tend to support this hypo-

thesis.
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These static experiments and the experiments at low flow

rates have helped to elucidate the basic phenomena of titanium

combustion. The experimental conditions, necessarily simplified

in order to permit analytical observations, are quite different

from those found in turbine engines. However, for thb purposes of

this review we can list several aspects of titanium combustion

that are pertinent to further discussion of the dynamic experi-

ments and the use of titanium in turbine engines.

0 Under the proper conditions, titanium is readily

ignitable and, as long as sufficient oxygen and
fresh metal are available, it will continue to

burn.
0 These conditions are well above room temperature

and pressure and ambient oxygen concentrations.
As will be seen, the dynamic experiments will help
quantify these conditions.

0 When titanium Joes burn, it does so violently with

large amounts of heat and molten material released

which can contribute to the propagation of combus-

tion.
0 The combustion reaction occurs on the surface of

the molten metal. Initially the reaction rate is

limited by transport of oxygen to the metal sur-

face.

In later stages of the reaction, t!h accumulation

of molten oxides drives the reaction zone beneath

the surface, slowing the reaction rate. This be-

havior would not be expected to occur in an engine

fire where aerodynamic forces constantly remove

the molten metal, exposing fresh metal.
0 Increasing tne flcw of oxidizer increases the com-

bustion rate by increasing the availability of ox-

ygen at the surface.
Alloying titanium, at least for the alloys studied
in these experiments, has little effect on its
combustion rate but may affect its ignitability.

The fact that the combustion rate for different
alloys is cunstant does not necessarily imply that
their burning velocities in a compressor environ-
inent will be the same.

Further relevant aspects of titanium combustion can be

obtained from a summary of recent dynamic experiments.
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6.4 Titanium Combustion in Dynamic Environments

Compared to the quiescent environments used to study steady-

state titanium combustion, the inside of a jet engine is a verit-

able maelstrom. Centripetal acceleration can exceed 10 4g's;

typical modern compressors achieve pressures and te,-. atures in

excess of 30 atm (450 psia) and 870 K (597 0C), at airstream velo-

cities of 300 m/s (1000 ft/s). It is obvious that the progress of

a metal fire in this environment will depend to a great extent on

the effect of these extreme conditions on the propagating molten

mass of burning metal. Metal fires involve propagating combus-

tion, and the propagation of burning-must be understood as well as

fundamental reaction mechanisms in order to eventually prevent

fires.

In an engine, the high airstream velocity and pressure will

act to increase the combustion rate by increasing the availabil-

ity of oxygen and by removing any gas phase products that might

impede the flow of oxygen to the surface. It is quite likely that

the actual combustion rate (see glossary for distinctions between

combustion rate, burning velocity and propagation velocity) will

be limited by mass transfer of oxygen to the surface by diffusion

through the aerodynamic boundary layer. While combustion rate,

and therefore the heat generation rate, will be controlled by mass

transport, the burning velocity and propagation characteristics

will probably be controlled by the balance between the aerodynamic

and centrifugal forces tending to remove the molten metal and the

surface tension and viscosity effects that make it adhere to the

surface. The heat and oxygen content of the molten material

sloughed from the burning titanium, as well as the size of the

droplets, will affect the propagation of a fire from one stage of

the engine to another.
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In order to understand these complex phenomena, techniques

have been developed to study titanium combustion in small experi-

mental wind tunnels. This, at least, can simulate the pressure,

temperature, and velocity of the airstream in a cempressor envi-

ronment for static components (stators, guide vanes, etc.) and

give some insight into the behavior of rotating components, which

will tend to sling molten metal off tangentially. All the dynamic

combustion experiments reported in the open literature were per-

formed at two facilities: the Air Force Electric Aerodynamic

Laser Test Facility at Wright-Patterson AFB[1 3 ,47,4 8 ] and in

the laboratories of an engine manufacturer[7, 4 6,50,5 1 ] . This

work has also led to an analytical model for predicting self- sus-

tained combustion in titanium airfoils[10,46]. Much of the

work done by these two groups is complementary and has been summa-

rized in an excellent joint paper[I. Other manufacturers

have similar experimental capabilities and have performed tests

similar to those discussed here, however, the reports of these

studies have not been published in the open iiterature.

In the Air Force experiments, flat, plane-parillel Ti-6AI-4V

specimens with overall dimensions similar to compressor blades

were clamped at one end in the wind tunnel and ignited at the

upper leading edge corner with a high power CO2 laser. Combus-

tion was mQnitored with closed-circuit TV and high speed movies.

In the experiments of the engine manufacturer, uncambered, air-

foil-shaped specimens of Ti-8AI-lMo-lV were clamped at both ends

in the experimental chamber and ignited with a CO2 laser focused

on the middle of the leading edge. TV monitoring and high speed

movies were also used to observe behavior in these tests. Some

early tests used different ignition sources, including electrical

arc [46 ] and impingement of molten titanium[13].
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Both groups of experimenters found it necessary to coat the

laser irradiated areas of the specimens with black coatings to im-

prove laser coupling and insure ignition. Because of the differ-

ence in experimental configurations, the nature of combustion pro-

pagation was different. The Air Force tests usually resulted in

rapid propagation of combustion along the chordwise direction of

the top edge (parallel to flow), followed by more-or-less uniform

spanwise burning down the specimen (perpendicular to flow). In

the manufacturer's tests, combustion following ignition spread in

the streamwise direction across the chord at midspan. When the

blad- had been burned completely through in the chordwise direc-

tion, burning progressed spanwise, perpendicular to the exposed

edges. Composite time sequences from high speed movies showing

the propagation of combustion in these two different types of test

shown in figure 14.

Specimens were ignited over a wide range of pressure, temper-

ature and velocity of the airstream and the results reported in

terms of percent damage as a function of the environmental condi-

tions. Since the Air Force specimens had a uniform cross section,

the rate of mass removal (burning velocity) could be measured from

the high speed films.

The results showed that self-sustained combustion of

Ti-6AI-4V and Ti-8A1-lMo-lV depends strongly on pressure, with

lesser effects being noted for temperature and velocity. The

spanwise burning velocity was essentially constant in time for

*given conditions, but varied depending on pressure and velocity of

the airstream. At low pressures (near atmospheric) there was

almost no dependence of burninq velocity on airstream velocity,

while at higher pressures the rate of burning was influenced by

both pressure and velocity.
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The complex dependence of degree of damage on environmental

conditions is summarized in reference 10:

"The degree of damage from combustion is observed to be

significantly pressure dependent over the entire

temperature-velocity region investigated. As velocity

increases, temperature-pressure regions of no combustion

decrease in area until, at approximately 600 ft/sec, no

region of non-sustained combustion is observed.

At velocities above 600 ft/sec, areas of maasive burning

(virtually total combustion) are observed at higher

temperatures and damage is temperature dependent.

While damage is observed to increase with increasing velocity

at most pressures, this trend is reversed above 900 ft/sec.

The early extinguishment observed at these higher velocities

is tI.e result of a more rapid melt removal and greater con-

vective cooling."

The importance of metal removal by aerodynamic forces was

readily apparent in high speed films. At low airstream velocities

considerable amounts of liquid metal flowed over the surface of

the unburned portion of the specimen, aiding in the spread of com-

bustion. As airstream ve )city was increased, more rapid removal

of molten metal occurred due to the greater aerodynamic forces.

As the airstream velocity increased, the droplet size of metal re-

moved from the surface decreased from large globules to a finer

and finer spray. This behavior nas obvious implications for the

rapid propagation of a titanium fire to downstream components and

structures.

65



Another interesting result was the effect of angle-of-attack

on degree of damage sustained. In one test, a specimen inclined

at a 100 angle-of-attack suffered 80 percent damage (essentially

complete combustion) while an identical specimen burned in the

same environmental conditions but with 00 angle-of-attack sustain-

ed only 30 percent damage [I0 ]. This behavior is illustrated

in figure 15. The difference in damage appears to be due to

boundary layer separation on one side of the airfoil. which

results in more molten metal adhering to the surface. However,

recent tests at the Air Force Aero Propulsion Laboratory have so

far failed to confirm this behavior [3].

More recent experiments by Anderson and Manty[7
,50 ,5 1]

have employed dynamic test methods to investigate the effects of

alloying elements on the combustibility of titanium and to begin

Kstudies on the efficacy of coatings for preventing ignition and

combustion of titanium alloys. For these experiments either

airfoil-shaped specimens or plane-parallel specimens (with the

leading edge machined to a knife edge to promote ignition) were

clamped in the test fixture as in figure 14a and ignited with a

laser. The environmental variables of temperature, pressure and

airstream velocity varied somewhat from one experiment to another,

but generally only two or three sets of test conditions were used

in any one experiment; typical values were[ 7 ] 700 K (427 0C),

4.7 atm (70 psia), and 240 m/s (789 ft/s) or 480 K (207 0 C), 6.0

atm (90 psia) and 115 m/s (376 ft/s).

The alloys tested to date include:

Ti-6A1-4V

Ti-8AI-lMo-lV

Ti-6AI-6V0-2Sn

Ti-6A1-2Sn-4Zr-2Mo

Ti-6AI-2Sn-4Zr-6Mo

Ti-8Mn

Ti-ll.5Mn-5Zr-4.5Zn (III)
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Ti-13.5A1-21.5Nb

Ti-13V-llCr-3A1

Ti-5Ni

Ti-10Ni

Ti-20Ni

Ti-13Cu

Ti 3Al

Most of these alloys sustained significant dama-e from combustion

under the conditions of the tests. Although alloys could be rank-

ed by the severity of damage sustained, therankings were differ-

ent for different sets of environmental coirditions, making gener-

alizations impractical. Of all the alloys tested, only three did

not burn under any of the test conditions: Ti3Al, Ti-20Ni, and

Ti-13Cu. A fourth alloy, Ti-13V-!Cr.-3Al, burned in only one of

four tests at different environmental conditions; ironically, it

was under the least severe test conditions that this alloy burned.

Ti3AI was found to be combustible in Air Force tests using a

more powerful laser for ignition[ 3 ] .

Unfortunately, with the possible exception of Ti-13Cu, none

of the combustion-resistant titanium alloys so far identified have

adequate mechanical properties for aircraft turbine engine ser-

vice. Most are excessively brittle or suffer some other serious

degradation of mechanical properties. But this research has help-

ed to identify the properties that contribute to an alloy's abil-

ity to resist combustion. One of these is a melting point sub-

stantially below the ignition temperature of titanium. A low

melting point alloy resists ignition because it can melt and flow

away from an ignition source before reaching the ignition tempera-

ture; Ti--20Ni is such an alloy. Other characteristics that en-

hance combustion resistance are high thermal conductivity, high

heat of fusion and low heat of combustion. In short, anything

that reduces the buiidup of heat in an alloy subjected to an ex-

ternal energy input helps to prevent the material from reaching

.. its ignition temperature.
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Manty and Anderson have also started preliminary studies on

the effectiveness of coatings in preventing titanium combus-

tion[7: 50 ] . Two different types of coating were investigated;

a chromium-molybdenum coating plated on Ti-8A1-lMo-lV and

Ti-6A1-2Sn-4Zr-2Mo, and an aluminum coating applied to Ti-8-1-1 by

ion vapor deposition (IVD). Both coatings gave a significant de-

gree of protection to the titanium alloys for the two enVironment-

al conditions studied; uncoated specimens of both alloys suffered

significant damage at both conditions. The 1VD aluminum coating

totally prevented sustained combustion of Ti-8-1-I at both test

conditions. The chromium-molybdenum coatings prevented combustion

in the less severe tests, but only reduced the degree of damage

sustained in tests at a higher temperature and airstream velocity,

The success of the IVD aluminum coating was attributed to alumi-

num's low melting temperature, high thermal conductivity and high

heat of fusion. Aluminum coatings are not considered viable for

aircraft turbine engines, however, because the aluminum forms

intermetallic compounds with titanium, degrading its mechanical

properties. But these encouraging preliminary results should help

stimulate further research on coating development. The influence

of the type and intensity of the ignition source on coating effec-

tiveness should be addressed in any further studies, since recent

Air Force tests have succeeded in igniting coated alloy specimens

using a more powerful laser ignition source [3 ].

We have seen in this section that as experimental conditions

come closer to the actual environment encountered in an aircraft

turbine engine, the combustion behavior of titanium becomes much

more complex. Changes in environmental conditions affect not only

the reaction kinetics, but such physical processes as melt flow

and retention as well. The importance of these physical processes

to the spread of combustion over a titanium blade also means that

specimen size, shape and orientation come into play. In order to

explain and predict this complex behavior, Glickstein[
10 ,46 ]

has developed an analytical model of the self-sustained combustion

of titanium airfoils. In the next section we discuss the evolu-

tion and capabilities of this model.
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6.5 Analytical Models of Titanium Combustion

Because of the complexity of the titanium fire problem and

the large number of factors affecting combustion, it is most de-

sirable to have an analytical model that, given the relevant mate-

rial properties, environmental conditions, and ignition sources,

can predict the ignition and subsequent quench or self-sustained

combustion of titanium alloys in engine environments. The model

could be of great benefit to engine designers, enabling them to

evaluate a large number of candidate alloys without the need for

extensive experimental tests. Just such a model is currently

being developed by M. R. Glickstein[ 1 0,4 61 and substantiated

by dynamic combustion experiments of the type discussed in the

previous section. The model has been under development for sever-

al years now, with new capabilities being added as they are devel-

oped.

Glickstein's first approach to modeling involved several sim-

plifying assumptions to allow the results to be expressed analyti-

cally in closed form.[46] These assumptions include: (1) ig-

nition has already occurred, (2) the leading edge region can be

represented as a flat plate with a cylindrical edge, (3) combus-

tion proceeds on the cylindrical surface at a steady rate limited

only by diffusion of oxygen to the surface, (4) thermal conduction

is one-dimensional (a function of the chordwise distance from the

leading edge), (5) boundary layer flow over the leading edge re-
gion is laminar, and (6) combustion occurs at the melting tempera-
ture of the metal, and liquid metal is blown away as socn as it is

formed.

The analysis is based on the heat balance between the heat

generated at the leading edge due to combustion and the heat lost

by conduction, convection and radiation. The variables that are
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considered are the blade thickness, the airstream conditions, the

heat of reaction, and the thermophysical properties of the metal.

The result is an expression for the burning velocity as a function

of airstream temperature and the leading edge Reynolds number,

based on edge thickness. A thermal stability analysis of this

functional relationship yields a definition of the limiting condi-

tions for self-sustained combustion.

When the predictions of the model were compared to the re-

sults of a limited number of wind tunnel experiments[46I it

was found that the predicted limits for self-sustained combustion

agreed well with experiment. But the predicted burning v-1ocity

was an order of magnitude lower than the rate observed in experi-

ments performed at temperatures and pres3ures well above the sus-

tained combustion limit. The low predicted burning rates were

attributed to two factors: disruption of laminar flow near the

leading edge by vigorous combustion leading to highly turbulent

flow and higher oxygen diffusion rates, and heating of the bound-

ary layer air by the combustion zone at the leading edge. Empiri-

cal -CiLrelations were devised to modify the model so that the pre-

dicted burning rates agreed with the observed rates for all condi-

tions.

The good agreement between the combustion limits predicted by

Glickstein's model and the experimental results is quite encourag-

ing. It suggests that self-sustained titanium combustion may be

reliably predicted on the basis of such a model, and thus that

such an analytical model may be used to help establish guidelines

for using titanium alloys in turbine engines within the limita-

tions of the model (i.e., thin static parts at 00 angle-of-

attack). Since the validation of the model's predictions is based

on a limited number of data published in reference 46, it is
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important to correlate more of the available data with the pre-

dicted limits. As part of this review, we have undertaken this

task; the results are discussed in detail in Section 7.

Further evolution of Glickstein's analytical model has been

based upon the new knowledge about titanium combustion that has

been obtained since 1974. Of particular importance are modificat-

ions to the model to account for the flow of molten titanium

across the titanium surface, a phenomenon chat was not included

in the first model. The need to account for the effects of molten

metal flow became apparent from observing high speed films of wind

tunnel combustion experiments. Another important difference in

the current model is the use of numerical finite-difference tech-

niques to simultaneously solve the equations for heat and mass

transfer in the aerodynamic boundary layer, transient thermal con-

duction in the solid iletal, melting and liquid metal flow from the

leading edge, and retention of the molten metal on the solid sub-

strate with attendant thermal interaction. Instead of assuming

ignition to have occurred, the current model is capable of pre-

dicting ignition from a variety of ignition sources including rad-

iation, mechanical friction, and exposure to high ambient tempera-

tures.

The mathematical model itself is based on a physical model of

the combustion process. This physical model, shown in figure 16,

assumes that liquid metal is formed at the leading edge, with part

being blown away by the airstream while the remainder flows across

the surface driven by aerodynamic shear and drag forces. As the

molten metal flows across the surface, part of it resolidifies,

giving up its latent heat of fusion to the underlying solid metal.

Heat from the reacting molten metal together with any heat sup-

plied from external sources constitute the driving force for
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propagation of the process. Whether or not the process will be

self-sustaining and if so, the burning velocity, are determined by

the energy balance between these heat gains and the heat lost to

the environment by radiation and convection. The rate of internal

energy change is given by the relation:[101

dE=q+ q_ - (6-3)dE = conduction qconvection qradiation- input-reaction(63

where the various q's refer to the heat lost or gained by differ-

ent mechanisms. A change in internal energy may be manifested as

either sensible heating or phase change. A discussion of the der-

ivation of the mathematical expressions relating the various heat

losses and gains to the environmental conditions and material pro-

perties would be much too complex to include here. The interested

reader is referred to the original papers.

The analytical model as it now stands is incomplete, but work

is continuing to add the capability to consider a number of other

factors. Most recently, the model has been extended to allow eva-

luation of the combustion of rotating blades, although there is

not yet any experimental data to validate the model. Still to be

added to the model are: [101

0 "Effect of alloys and surface coatings on surface

properties related to liquid metal flow and melt
retention.

O Effects of aerodynamic angle-of-attack on combustion
propagation.

0 Susceptibility to liquid metal impingement in airfoili cascades."

Some of the above will help to refine the analysis, while others

will allow the modeling to more accurately simulate actual condi-

tions in an operating engine.
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7. CORRELATION OF COMBUSTION EXPERIMENTS

As discussed in the preceding section, several titanium com-

bustion wind tunnel experiments have been reported [7,10,13,46,

47,481, wherein both airfoil-shaped and flat specimens of typi-

cal blade size have been tested at varying pressures, temperatures

and velocities. In some experiments, the specimens were ignited

with a CO 2 laser. In others, a titanium bar was melted electri-

cally so that liquid blown downstream to the specimen caused igni-

tion. The tests have been performed in several wind tunnels lo-

cated at Wright-Patterson Air Force Base and at an engine manufac-

turer's laboratory. Tl have pressure, temperature and flow in-

strumentation and high-speed photography equipment.

7.1 Prediction of Self-sustained Combustion

Glickstein's analytical model of the combustion process

takes into account heat and mass transfer through the boundary

layer, transient heat transfer and melt behavior. Among other

things, the model is intended to predict whether or not ignition

will occur for various conditions and energy inputs and whether or

not there will be subsequent self-sustained combustion. In addi-

tion the model generally predicts the lower limit for combustion.

Glickstein suggests that a discrimination line between

quenching and self-sustained combustion can be described in terms

of ambient air static temperature and blade or vane leading edge

Reynolds number, where the charactertistic dimension is taken as

the leading edge diameter or thickness, the velocity as the free

stream velocity and the density and viscosity are evaluated at the

mean of the air static temperature and the melting temperature of

the metal, 2050K (3200F). Glickstein's discrimination line is

shown in figure 17.
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Pyne [521 has independently made a simplified analysis of

the sustained combustion limit which, as seen also in figure 17,

agrees well with Glickstein's criteria. This analysis, considering

heat loss from the combustion site by convection and the oxygen

diffusion rate to the surface, leads to the expression

Ta = 2000 - CN (m-n/2) (7-1)

where m and n are coefficients related to diffusion and convection

respectively that have values of 0.5 for laminar and 0.8 for tur-

bulent flow. Ta is the free stream static temperature, C is an

empirical constant and NRe is the leading edge Reynolds num-

ber. Pyne concludes that at the leading edge, the flow should be

laminar. Thus m = n = 0.5 and C is determined'from the experimen-

tal data. Equation (7-1) becomes

Ta = 2000 - 259.3 N0 .2 5 . (7-2)T a e

For comparison with the CAA recommendation (no thin static titanium

structures above 2 atm and 50 m/s velocity) we assumed a leading

edge diameter of 0.05cm (0.025 in) and show the temperature-

Reynolds number relationship as a dashed line in figure 17. Good

agreement between Glickstein, Pyne and the CAA is seen above about

400K (260F). Also shown are temperatures and Reynolds numbers for

typical rotor inlet conditions (50] where the numbers indicate

compression stage.

7.2 Analysis of Experimental Data

Using this type of analysis we can now assess some of the ex-

perimental data available. The figures will be in pairs; the upper

figure in each pair will show the temperature and Reynolds numbers

for those specimens which exhibited self-sustained combustion. The

companion figure will show the same information for those samples

that quenched after the ignition source was removed or consumed.
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In interpreting the data from all sources, we made the decision to

term an event self-sustained combustion if seven percent or more of

the sample was consumed or, if given, we accepted the experimen-

ter's judgment of whether or not there was self-sustained combus-

tion.

Where the amount of material consumed is given for a data

set, the quenching cases group between zero and our seven percent

cutoff, then there is a gap in the population with few cases re-

corded between seven and about 25 percent, followed by the remain-

der of the specimens which wvre more heavily damaged. This sup-

ports our assumption of a 7 percent cutoff. Seven percent is also

approximately equal to the mass consumed by the igniting source.

Figure 18a shows the self-sustained cases reported in refer-

ence[L! 0 and[46l. The discrimination line is from [521 ,

the most conservative of the three criteria. We see that seven of

the specimens suffered over seven percent damage when tested in the

predicted quench zone. Also it may be seen that ai 'he lower tem-

peratures, the CAA criteria would allow titanium u under condi-

tions that are demonstrated to have supported self-stained combus-

tion. Here we must note that none of the source documents give any

estimates of systematic or random errors; only one gives estimates

of inaccuracies in the measurements. We su3pect that the leading

edge diameters given for airfoil shapes are subject to variation

from the test articles. Without estimates of errors and inaccur-

acies it is difficult to correctly compare the data sets directly.

Nevertheless, the discrimination line closely approximates the
lower limit of self-sustained combustion in terms of temperature

and Reynolds number. The experimental data shown in figure 18a

that support the prediction are for two currently popular titanium

alloys (and a few others) in thin static sections at 00 angle-of-

attacx.
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Figure 18b, shows the temperature and Reynolds number values

for all of the specimens that quenched after ignition. It is

readily apparent that not every specimen exposed to conditions to

the right and above the discrimination line will exhibit self-sus-

tained combustion if ignited. (We have removed all data for those

specimens which are known not to have ignited). The reasons for

quenching under these conditions are not understood but we must

point out that these combustion events involve, and may be con-

trolled by, many phenomena. Thus it is difficult to experimental-

ly regulate all of the necessary parameters to exactly the same

value for each test.

Examination of the data given in[l 0] shows that perhaps

differences in experimental methods have some effect on quenching

in the predicted self-sustaining region. The data in[I0] were

taken in two wind tunnels. Figures 19a and 19b show the data from

one and figures 20a and 20b, data from the other. We see in both

instances (figures 19a and 20a) the self-sustained cases are, with

very few exceptions, shown to the right of the discrimination

line. In figure 19b, only a few of the quenched cases are to the

right of the discrimination line, while in figure 20b, about half

of the quenched cases are to the right. In both experiments,

equilibrium pressure, temperature and flow are established and

then the specimens are laser ignited. In one case, the specimen

is held at one end and ignited on the leading edge tip; in the

other apparatus, the specimen is held at both ends and ignited on

the leading edge at mid-span. Which configuration more closely

approximates engine conditions is debatable and perhaps immater-

ial, but it appears that quenching at conditions to the right of

the discrimination line is more probable in the latter apparatus.

Data from[4 61 , believed taken in the same apparatus as

the data given in figures 20a and 20b, do not show in figures 21a

and 21b any quenching in the predicted self-sustained region.

However, we believe that these data were taken to substantiate the

analytical model development and therefore lie only along the dis-

crimination line, not far to the right.
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Figure 20. Experimental titanium combustion data from reference 10.
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Data given in[ 7] were not included in figures 18 because

the actual leading edge diameters were not given. These data,

figures 22a and 22b, would not significantly have changed the

character of figure 18 and the specimens were divided among sever-

al alloys and several coating materials which could have altered

the behavior significantly.

Some of the effects of angle-of-attack are seen in figure 23

which comes from[13]. All specimens, held at the bottom, were

set at a 400 angle-of-attack for these tests and were ignited xith

melt at the tip. Two trends are apparent. First, a significant

number of self-sustained events appear to the left of the discrim-
ination line. Second, a significant number of quenches appear to
the right of the discrimination line, an effect more pronounced

than in the other data. This effect is an indication that the

Reynolds number is not sufficient to describe the heat and mass

transfer along a steeply angled airfoil.

Figure 18, which displays all of the experimental data, shows

that a rough boundary for the limits of self-sustained combustion

in these experiments exists and is predicted by the models. How-

ever, given a sufficient energy input, titanium structures normal-

ly operating in the predicted quench zone may burn until the ener-

gy source is removed. Also, it must be remembered that the bound-

ary applies to the experiments, not to real engine conditions. We
conclude that such models may be applicable to present and future
engine designs, however the analysis and interpretation must be

made by engine specialists.
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Figure 22. Experimental titanium combustion data from reference 7.
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8. DISCUSSION AND CONCLUSIONS

This section contains the conclusions that we feel can be

drawn from the information gathered, summarized and analyzed in

the rest of the report. These conclusions are listed below along

with a short discussion of each. Many of the points are based on

limited information and/or have further qualifications which can

only be understood from the more complete discussion in the body

of the report. To assist the reader, each point has listed the

section where it is discussed in more detail; we urge that these

be read also.

USE OF TITANIUM IN TURBINE ENGINES

Titanium is the timum material for certain turbine

engine components. At this time there are no suitable
alternate maer ls for large fans and other components
even though extensive materials development efforts have
been expended. For example, the high strength to weight
ratios exhibited by some composites are not accompanied
by other necessary properties such as impact strength,
stiffness, erosion resistance and so on (See Sec. 1,
1.1).

Ori2inally, titanium was used as far aft in engines as
its mechanical poerties would permit. The primary
limi-ionwas reduced creep strength at elevated temper-
atures (See Sec. 1.1).

Recent combustion experience has led to further limita-
tions, i.e., less 'a-gressive' use of titanium. Some
newer designs have accepted the weight penalty and use
steel or other materials instead of titanium for certain
components in the aft compressor section, particularly
for static components such as stator vanes and cases.

There are several reasons for this substitution: the
weight penalty for static parts is less than for rotating
parts, titanium rubbing on titanium has a high ignition
potential, and static parts can trap molten metal thrown
off by rotating parts, leading to rapid propagation of a
fire. (See Sec. 4.1).
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ACCIDENTAL COMBUSTION OF TITANIUM IN TURBINE ENGINES

The combustion incident data base is veryEoor in_ ua llity
and quantity. Our tabulation (Table 3) shows 67 percent
of the incidents as cause "unknown". For others, the two
or three word cause-description does little to add to
scientific understanding of the incident. There is no
information available about titanium combustion incidents
short of complete engine shut down. Information about
such "partial burns" could help in understanding the con-
ditions for non-propagating combustion (See Sec. 3 2).

Forty percent of the titanium combustion incidents known
to us have resulted in case penetration. Penetrations
ranged from small holes in the case or air extraction
manifolds to 3600 circumferential burn through. Essen-
tially no information about subsequent, external damage
was available. This high percentage of case penetrations
may also reflect the lack of statistics on non-propaga-
ting combustion incidents (See Sec. 3.2).

The cause of most combustion events (as we know them now)
is a mechanical upset of some kind--FOD, DOD, blade or
vane failure, bearing failure, etc. The most common of
all known causes is failure of a blade or disc (42%).
However, it is not inconceivable that a stall could lead
to mechanical damage sufficient for ignition and yet the
incident be interpreted as DOD followed by a stall. (See
Sec. 3.2).

IGNITION AND COMBUSTION BEHAVIOR OF TITANIUM

0 Fundamental metal combustion mechanisms are not well

understood. Metal ignition and combustion phenomena are
affected by many factors, including the thermophysical
properties of the metal and its oxides, environmental
conditions, and the history and confiouration of the
metal. Not enough basic research has been done to fully
characterize the influence of all these parameters. It
is known that under most practical conditions the titan-
ium combustion reaction occurs on the surface of the
molten metal at a rate limited only by the availability
of oxygen. Very little is known about titanium reactions

with nitrogen or CO 2 . (See Sec. 6.3)
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Spontaneous ignition limits can be established in terms
of temperature and pressure or oxygen concentration.
These limits apply only to bulk specimens heated
relatively slowly to the ignition temperature in an
oxidizing atmosphere. It has been amply demonstrated
that any one of several factors can lower the ignition
limit; in particular, heating at rates greater than
20*C/s, surface- to-volume ratios in excess of 25
cm- 1, exposure of a fresh surface, or the addition of
supplemental energy in any form (friction, impact or
fracture) all have been shown to lower the temperature
and/or pressure at which titanium ignites. (See Sec.
6.2).

BUT, accidental ignition is nearly always associated with

a supplemental energy source so the spontaneous ignition
limHf cannot be used in practice. Although ignition
limits can be established for well characterized supple-
mental energy sources, it is impractical to design around

these limits because there is no way to reliably predict
what the external energy inputs will be during a mechani-
cal failure. Furthermore, it is apparent that sufficient
energy may be released during a failure to exceed even
the spontaneous ignition limit.(See Sec. 6.2).

o The major mechanism. for combustion propagation is molten
titanium and its oxides thrown or blown agLinst other
titanium structures. Since rotating parts will tend to
slough off any molten material, static structures are
much more susceptible to impingement by molten metal and
rapid propagation of a fire. Further damage may be
caused downstream from a fire by molten titanium lodging
against nickel alloy structures and melting them by
formation of a low-melting Ti-Ni eutectic. (See lac.
6.4).

O Alloying does not in a practical sense affect combustion

in engines for the alloys commonly used today. While
some alloys have been shown to resist ignition and com-
bustion, those alloys do not have other properties suit-
able for engine environments; for example, they may be
too brittle or have low fatigue strength. (See Sec.
6.4).

o Coatings and surface treatments show some promise to in-

hibitignition and combustion but practical systems are
not yet developed. Coatings may affect other properties
such as fatigue resistance or may not tolerate the engine
operating conditions. (See Sec. 6.4).
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DESIGN PRECAUTIONS AND LIMITATIONS

Several design precautions are now in practice. There is

general agreement that titanium on titanium rubs are a
predictable ignition source. Rub strips or coatings are
commonly used to prevent, insofar as practical, titanium
on titanium rubs while allowing closer operating clear-
a nces, and to absorb molten titanium and its oxides with-
out igniting. Thin, static titanium structures which can
be susceptible to ignition have not been used above cer-
tain pressures and temperatures in some modern designs
with apparently good results, as evidenced by the lack of
titanium fires. Wider clearances reduce the possibility
and severity of rubs.

Increased tolerance to foreign objects and designs to re-
duce domestic object damage lower the probability of sys-
tem upsets that can lead to ignition. (See Sec. 4).

Self-sustaining combustion limits can be established

analytically and experimentally in terms of temperature
and Reynolds number for thin static structures. These
limits are lower than the spontaneous ignition limits and
are very dependent on configuration and surrounding con-
ditions. Most of the experimental work has been at 0*
angle-of-attack; however there is evidence that angle-of-
attack is an important parameter. Although the sustained
com .astion limits have not been determined for rotating
parts, those for static parts are expected to be a lower
limit. (See Sec. 7).

O Extinguishing titanium fires in turbine enines ispro-

babl !ot_practical at this time. The events are of
short duration (4-20 s) and large volumes of special ex-
tinguishing agents would be required. Sixty percent ar-
gon in air is effective but CO 2 actually increases the
rate of titanium combustion. Suitable techniques for de-
tecting titanium fires would also have to be developed.
(See Sec. 4.3).
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Several areas of concern and lack of understanding would benefit

from further work. We have listed below several areas forI continued effort that would provide the best return in terms of

alleviating present problems and increasirg our understanding in

order to promote safer future designs.

Incident data. A thoroug> and uniform method of gather-
ing and analyzing the data from accidental titanium com-
bustion in turbine engines would provide a sound basis
for future design. These data should include probable
cause and source of ignition, environmental conditions at
the ignition point and in propagation zones, extent and
direction of propagation, analysis of. products, and the
engine's past history and operating conditions. Of par-
ticular help would be data from minor events which could
give some indication of conditions which have inhibited
propagation.

0 Properties data for combustion modelin9. Fundamental
properties data for liquid and solid titanium and its
alloys are needed fot accurate modeling of the titanium
combustion process. These daca include the surface ten-
sion of titanium and its alloys as a function of oxygenV concentration, the interfacial energy (wetting behavior)
under oxidizing conditions that lead to fire propagation,
and the viscosity of liquid titanium as a function of ox-ygen content.

o Minimum ignition conditions. Methods must be devised to
determine the minimum ignition conditions for titanium in
a dynamic environment. These could use highly controll-
able, pulsed-laser techniques for accurate energy input,
rate and location for comparison to molten drop propaga-
tion studies.

o Ignition by molten-titanium. Because propagation is
largely controlled by impingement of molten, burning
metal on static structures, the ignition of titanium by
burning droplets of the metal should be studied. These
experiments should try to define the minimum size and
temperature of a molten titanium droplet necessary to
ignite titanium plates of varying thickness.

0 Coatings and alloys. Research on ignition- and propaga-
tion-inhibiting coatings and alloys should continue be-
cause several have shown some promise. Those that do
should be included in the properties data and ignition
studies for further evaluation.
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Dynamic experiments. Self-sustained titanium combustion
should be further studied in wind tunnel experiments to
provide a firm data base on the environmental conditions
which will or will not propagate a burn. Further tests
should concentrate on environmental conditions near the
self-sustained combustion limit and the experimental
uncertainties associated with this limit must be
evaluated. Structures other than air foils, such as
bleed air ducts and manifolds, should also be studied.

" Rotation effects. The one untested parameter in the
dynamic experiments is that of rotation. The effect of
centrifugal forces on the propagation of combustion on a
rotating part should be determined as well as the effects
of impact of molten metal on adjacent static components.
Simple calculations indicate that the effect of centri-
fugal forces may be large and may well help curtail pro-
pagation of combustion on the rotating component.

" Analytical modeling. Efforts to develop a comprehensive

analytical model to predict ignition and self-sustained
combustion of titanium alloys in engine environments
should be continued. The addition of the capability to
consider the effects of angle-of-attack and surface coat-
ings would considerably enhance the power and utility of
the current model.

In summary, although titanium combustion damage has occurred

in several instances, the technology exists to confine this damage

to the engine. We therefore conclude that with proper application

of good design and maintenance ptactices titanium can be used

safely in present day turbine engines.
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APPENDIX A

A GLOSSARY OF METAL COMBUSTION TERMINOLOGY*

I. Oxidation

breakway oxidation: in the transition from protective oxidation

kinetics to nonprotective, if the linear rate is faster than the

instantaneous (tangential) rate before the transition, the oxida-

tion is called breakaway. Titanium exhibits this type of behavior

at temperatures greater than about 1170K (9000 C)

catastrophic oxidation: excessively fast oxidation leading to the

disintegration of an alloy (but not necessarily combustion) that

occurs when one component of the alloy forms a liquid oxide phase

during oxidation.

nonprotective oxidation: metallic oxidation that proceeds at a

constant rate, independent of exposure time. This may be due to

the oxide's lacking sufficient volume to cover the metal surface

completely or to the presence of cracks and pores in an otherwise

coherent oxide film.

oxidation: the chemical reaction of any substance with oxygen or

oxygen-bearing compounds to form oxides. When applied to metals,

the term can also refer to the formation of an oxide film on

metals exposed to oxygen.

oxidation rate: in order to distinguish between film formation

and actual combustion, we limit use of the term "oxidation rate"

to descriptions of the rate at which a solid oxide film or scale

is formed on a metal at elevated temperatures. Oxidation rate may

be expressed alternatively as the amount of oxygen uptake per unit

surface per unit time, the amount of metal transformed to oxide

per unit time, or the change in thickness of the oxide film per

unit time (provided the film is uniform).

*This glossary is div .ed into four sections: I. Oxidation,

II. Ignition, III. Combustion and IV. Propagation. Entries are

arranged alphabetically within each section.
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oxidation rate law: refers to the form of the analytical expres-

sion describing the oxidation of a metal as a function of time.

The most commonly observed rate laws are logarithmic, parabolic and

linear. Occasionally cubic and quartic rate laws are observed. A

logarithmic rate law applies when the amount of oxide formed per

unit area (or, alternatively, the thickness of the oxide film) is

proportional to the logarithm of the exposure time. The remaining

rate laws are described by the expression.

Xn = knt + c,

where x is the amount of oxide formed per unit area, kn is the

rate constant, t is exposure time at constant temperature and c an

integration constant. According to whether n = 1, 2, 3, or 4, the

rate law is termed linear, parabolic, cubic or quartic. These rate

laws represent ideal behavior; often real mc-tals exhibit deviations

from the ideal rate equations. Also, a single metal may obey dif-

ferent rate laws at different temperatures.

Pilling and Bedworth ratio: the oxide/metal volume ratio (the

ratio of the molar volume of the metal oxide to that of the metal).

Used as a qualitative indication of whether a metal will undergo

protective or non-protective oxidation. If the Pilling and

Bedworth ratio is greater than one, the oxide will occupy more

volume than the metal it displaces and oxidation will be protec-

tive; if it is less than one, then the oxide will not cover the

metal surface completely and nonprotective oxidation will be ob

served. However, this principle is of somewhat limited applicabil-

ity since many factors affecting .;idation kinetics are not taken

into account.
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protective oxidation: metallic oxidation that proceeds at a rate

that diminishes with exposure time at constant temperature.

Caused by the formation of a compact, coherent oxide film on the

metal surface. The film acts as an increasingly effective barrier

to the diffusion of oxygen.

transition temperature: the temperature at which protective

oxidation kinetics give way to a nonprotective, linear rate law.
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II. Ignition

autogenous ignition temperature: the lowest temperature from

which a metal can self-heat by oxidation to the spontaneous igni-

tion temperature. The period of self-heating is termed the induc-

tion period or ignition delay.

bulk ignition temperature: experimentally, it is observed that

the ignition temperature varies with the state of subdivision of a

metal; small particles ignite at lower temperatures than massive

specimens. The bulk ignition temperature is measured with a suf-

ficiently large specimen that size effects play a negligible

role. It is generally hypothesized that the bulk ignition temper-

ature is a property of the metal itself, susceptible to measure-

ment and independent verification. But the experimental evidence

for this hypothesis is far from conclusive.

critical temperature: in the analytical treatment of ignition by

a heat balance approach, the temperature at which the rate of heat

generation by chemical reaction is equal to the rate of heat loss

by radiation, conduction, and convection combined. Above the cri-

tical temperature, the system may self-heat to the spontaneous,

ignition temperature; thus, the critical temperature corresponds

to the autogenous ignition temperature.

ignition: the initiation of combustion. More specifically, a

thermal instability that occurs when the heat-release rate during

a chemical reaction exceeds the reactants' ability to dissipate

it, leading to a rapid rise in temperature and a corresponding

increase in the reaction rate until a new equilibrium state is

attained.

ignition limit: minimum conditions of temperature and oxidizer

pressure (or concentration) necessary for a metal to ignite spon-

taneously; thus, the minimum ignition temperature as a function of

some other parameter such as pressure or airstream velocity or

Reynolds number. Any factor that adds supplementary energy to the

metal can lower the ignition limit.
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incendivity: the ability to ignite a flammable or explosive

mixture; for example, the ability of grinding sparks from metal

tools to ignite coal dust dispersions or methane-air mixtures in

coal mines.

minimum ignition temperature: the lowest temperature at which a

metal is experimentally observed to ignite.

pyrophoric: capable of igniting spontaneously in air at room tem-

perature. This refers to the ability of extremely fine metal

powders to self heat rapidly to the spontaneous ignition tempera-

ture upon exposure to ambient air. It is caused by the very large

specific surface area (cm2/g) of small particles; as the parti-

cle diameter is decreased, the amount of surface area available

for oxidation per gram of metal increases, leading to a reduction

in the critical temperature.

spontaneous ignition temperature: the temperature at whi.ch in-

stantaneous inflammation of a metal occurs. The spontaneous igni-

tion temperature is always higher than the autogenous ignition

temperature. Analytically, it corresponds to a maximum in the

derivative of temperature with respect to time.
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III. Combustion

adiabatic flame temperature: the equilibrium combustion tempera-

ture calculated from the heat of reaction, taking into account the

heat capacity of the products, the latent heat of fusion, and the

heats of any allotropic phase transitions, but assumingsno heat

losses. Because metal oxides are stable and do not dissociate at

high temperatures, the boiling point of the metal oxide provides an

upper limit to the flame temperature.

Arrhenius equation: Experimentally it is found that for most chem-

ical reactions the temperature dependence of the reaction rate fol-

lows an expression of the form

k = A exp (-E/RT)

where k is an appropriate rate constant, A is a frequency factor

(accounting for the frequency and geometry of collisions between

reactants), R is the universal gas constant, T is the absolute tem-

perature, and E is the activation energy of the reaction. Expres-

sions of this form are called Arrhenius equations, after Svante

August Arrhenius, the Swedish chemist who first proposed this type

of temperature dependence for reaction rate- in 1889.

chemically controlled reaction: a reaction in which the rate lim-

iting step is an elementary chemical reaction rather than a trans-

port process.

combustion: a rapid chemical reaction accompanied by heat and,

usually, light. Synonymous with burning.

combustion limit: minimum conditions of temperature and oxidizer

pressure (or concentration) necessary for a metal that has been

ignited to undergo self-sustained combustion. In almost every

case, the combustion limit for a particular metal will be lower
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than the ignition limit. This means that in order to extinguish a

metal once ignited, it is necessary to reduce the temperature and/

or pressure to values below both the ignition and combustion lim-

its. If, however, an external energy source causes ignition below

the combustion limit, the combustion reaction would not sustain it-

self.

combustion rate: the rate at which oxygen is consumed during sus-

tained metal combustion. For a metal that burns on the surface

such as titanium, the combustion rate would be expressed as weight

of oxygen taken up per unit area per unit time. (g/cm2 s or

mole/cm2 s). For a metal like magnesium that burns in the vapor

phase, the combustion rate would be expressed as volume of oxygen

consumed per mole of metal per second (1/mole s). A distinction

should be maintained between the more fundamental combustion rate

and burning or propagation velocity.

diffusion controlled reaction: a chemical reaction in which the

rate limiting step is mass transport of one of the reactants or

products. Most metal-oxygen reactions are diffusio.. controlled

under conditions of practical interest.

Glassman criterion: thermophysical criteria for predicting whether

a metal will burn by the vapor phase or surface combustion mode. A

necessary but not sufficient condition for combustion to occur in

the vapor phase is that the metal oxide's boiling point exceed that

of the metal. Conversely, a sufficient but not necessary condition

for surface combustion is that the metal's boiling point exceed

that of the oxide. The qualifications of necessary and sufficient

imposed on these criteria are required because vapor phase combus-

tion may be suppressed by the formation of a protective oxide layer

and/or by reduction of the flame temperature below the metal boil-

ing point by radiation losses.
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homogeneous reaction: a chemical reaction that takes place com-

pletely in one phase.

heterogeneous reaction: a chemical reaction with one or more con-

densed phases participating in the reaction.

mixed combustion: under certain conditions, the presence of con-

densed oxide phases in the combustion zone may le& to competition

between heterogeneous and homogeneous reaction paths as, for exam-

ple, in the low pressure combustion of magnesium. Here, the heter-

ogeneous reaction of Mg and 02 occurs on MgO smoke particles

which were nucleated from MgO vapor originally formed by homogen-

eous gas phase reactions. This mode of combustion is called mixed

combustion, and is relatively rare. It is not unusual for there to

be a small amount of vapor phase combustion occuring during surface

combustion of a metal owing to the high temperatures evolved.

Likewise it is not uncommon for a metal that burns in the vapor

phase to collect some oxides on the surface due to back diffusion

and condensation of oxide vapor as well as some surface reaction.

But the significance of these competing reaction modes is generally

quite small and one mode of combustion will usually predominate.

mixed control: control of a reaction is said to be mixed when

there is more than one rate limiting step; that is, when the rate

constants for the two slowest steps of the reaction are comparable

in magnitude. This situation ususally occurs during transfer of

control from one rate limiting step to another as, for example,

during the ignition of a metal.
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rate limiting step: any overall chemical reaction may be divided

into a number of elementary reactions or processes. For example,

the heterogeneous oxidation of a metal that forms a volatile oxide

may be separated into five distinct steps: (1) transport of oxy-

gen to the surface, (2) adsorption and dissociation of oxygen on

the surface, (3) chemical reaction between a surface atom and the

adsorped oxygen, (4) desorption of the product molecule, and (5)

transport of the product away from the surface. The slowest step

in such a sequence of part reactions will control the rate of the

overall reaction, and is referred to as the rate limiting step.

self-;;ustained combustion: combustion that continues following ig-

nition or, alternatively, combustion that continues after all ex-

ternal energy sources supporting combustion are removed. For exam-

ple, if turbine blade tips are ignited by a transient rub and the

blades continue to burn after the rubbing has stopped, this would

be termed self-sustained combustion. Ignition followed by imme-

diate extinction would not be considered self-sustained combus-

tion.

static combustion: combustion in a static environment or one that

is nearly so; combustion without flame spread or propagation.

surface combustion: the second principal mode of metal combus-

tion. When the oxide is more volatile than the metal (B.P.m >

B.P.mo), combustion will take place on or within the surface

of the molten metal. Liquid oxides may collect on the surface dur-

ing combustion, in which case the reaction proceds at the oxide/

metal interface. Titanium, iron, steels, nickel, zirconium, hafni-

um, uranium and plutonium are examples of surface burning metals.
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thermite reaction: classically, the reaction between powdered

aluminum metal and ferric oxide according to the formula

Fe2O3 + 2A1 =A1203 + 2Fe

The reaction is quite violent and produces a great deal of heat and

light, hence its use as an incendiary and in welding. The thermite

reaction illustrates a class of combustion reactions where a more

chemically active element (Al) reduces the oxide of a less active

element (Fe) with the difference in the heats of formation of the

two oxides being released as beat. Other combinations of metals

and oxides are susceptible to thermite-type reactions; in particu-

lar, titanium in contact with iron oxides will ignite and burn by a

thermite reaction at temperatures as low as 1480K (12000C).
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IV. Propagation

burning velocity: (also burning rate) refers to the rate at which

a combustion front moves into the unburned portion of fuel. As

such, it is applicable only to dynamic or unsteady combustion.

Although the burning velocity will be proportional to the combus-

tion rate, this dependence is complicated by several other mater-

ial parameters such as thermal diffusivity, surface tension, vis-

cosity, heat capacity, and heat of fusion. Thus, while the com-

bustion rate affects the burning velocity, it does not necessarily

control it. Examples of experimental ourning velocity determina-

tions are studies of the rate at which a metal wire burns when ig-

nited at one end and, with respect to titanium combustion, studies

of the erosion rate during combustion of titanium blades in a wind

tunnel.

dynamic combustion: combustion in a dynamic, changing environment

such as a gas turbine engine or a wind tunnel; combustion involving

propagation and flame spread.

metal fire: any event where the ignition and sustained combustion

of metal causes significant damage to a structure or device.+

propagating combustion: refers to the spreading of combustion from

one part of a structure or device to another. The rates and mech-

anisms with which a metal fire spreads from its point of origin

throughout a structure may be totally different from those invol-

ved in the burning of a single contiguous piece of metal. Hence,

the distinction between burning velocity and propagation velo-

city.

+Certain obfuscatory usages of the term fire have arisen in the
aircraft industry due to the distinction made between combustion
events that are fully contained by the engine casing and those in
which case penetration occurs. This has led to so:.,e manufactur-
ers claiming to have had no "titanium fires," but only "rapid oxi-
dation incidents" when, in fact, massive amounts of titanium may
have been consumed by combustion.
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APPENDIX B

Excerpt from British Civil Air,;crthiness Requirements

Paragraph 3, Appendix to Chapter C3-2, Design and Construction,
Turbine Engine for Aeroplanes, British Civil Airworthiness Re-
quirements.

3. TITANIUM FIRES (see C3-2, 1.3.3)

3.1 Experience has shown that most titanium alloys used for
manufacturing engine rotor and stator blades will ignite and sus-
tain combustion if the conditions are favourable. In such cases,
the Engine casings may be penetrated allowing expulsion of molten
or incandescent material which could, depending on the installa-
tion, hazard the aircraft.

3.2 Unless the constructor can produce adequate evidence
that titanium items in the Engine are such that they will not ig-
nite or will not support combustion, the Engine design should be
assessed for vulnerability to titanium fires. It will normally
be assumed that a titanium fire is possible if stationary titani-
um material exists in areas where:--

(a) pressure will exceed 200 kN/m 2 (29.4 lbf/in 2 ); and

(b) relative air velocities are in excess of approximately
50 m/sec.(150 ft/sec); and

(c) the geometry is such that relatively thin titanium sec-
tions exist which can be rubbed, directly or after shed-
ding, by rotating parts. Stator blades of conventional
design, of up to 15 cm (5 in) of aerofoil height, are
regarded as falling into this category.

NOTE: Theoretical studies have attempted to describe the condi-
tions for ignition and continued burning of titanium (using fun-
damental parameters) in more scientific tecms but because many
of the parameters can adopt quite variable and unpredictable
values during a damage process the above arbitrary values chosen
from actual experience appear to provide the best guidance.

3.3 Where the assessment of 3.2 indicates that the possibility
of a titanium fire cannot be ruled out on thu particular design,
it may be possible to show that a titanium fire will be confined
to areas within the Engine where it cannot present a hazard, i:
necessary by the provision of *additional protection. Otherwise
the Engine approval will be endorsed to the effect that:--

"Some risk of non-contained titanium fires exists on this
Engine design, and the Engine is thus approved only for use
in aircraft where such fires are unlikely to be hazardous."

If the risk is dependent on specific circumstances (for example

the danger only exists at low altitude) such circumstances may
also be stated.

B-1



3.4 Experience has shown that the following features can re-
duce the susceptibility of Engines to titanium fires and such
aspects will be taken into account by the Authority in making
judgements under 3.2

(a) The type of alloy, i.e. its constituents other than ti-
tanium.

(b) Blade coatings which inhibit ignition or subsequent com-
bustion.

(c) Coatings, on casings and other parts, which resist fire
penetration but can if necessary accommodate rubbing.
(The possibility of eutectic reductioi of the casing
melting point by reaction with coating materials should
be considered.)

(d) The way in which the design minimizes potentitally dan-
gerous rubs by such methods as:--

(i) large interblade row clearances,
(ii) the provision of material ii areas of potential rub

which melts safely or otherwise clears the rub be-
fore ignition temperatures are reached, and which
has sufficient depth to prevent direct rubbing be-
tween rotating and other parts of the Engine during
maximum predicted rotor or casing deflections in-
cluding those likely to occur in fault conditions,

(iii) not using titanium for adjacent rotating and static
parts, i.e. avoiding titanium/titanium rubs,

(iv) attention to rotor movements under transient and
bearing failure conditions,

(v) ensuring that any titanium features at the front of
the Engine, e.g. entry guide vanes, are robust and
unlikely to shed thin, easily-ignited sections.

See also: British Civil Aviation Authority, Paper No. 678, 26November 1976.
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APPENDIX C

METALLURGICAL EXAMINATION OF COMBUSTION SPECIMENS

During the course of this study, several pieces of a gas tur-

bine engine that had experienced an in-flight titanium fire were

obtained for metallorgical examination. Samples were taken from

areas of the engine casing and the bleed air manifold that had

been penetrated by combustion. The cause of this titanium fire

was ascribed to blade failure, with one or more broken titanium

blades lodging against downstream stator vanes where they were

ignited by friction from the adjacent rotating stage.

Small specimens were cut from the burned engine parts, gener-

ally in the vicinity of a penetration site. One specimen was cut

from an area far removed from the combustion zone for comparison

with the burned specimens. All of the specimens were mounted,

ground flat on a belt sander, sanded by hand on successively finer

grades of sandpaper, and then mechanically polished. They were

then examined metallographically and photographed at a magnifica-

tion of 150 diameters. Selected regions of the specimens were

traversed with a microhardness tester in order to estimate the

depth of penetration of oxygen into the metal.

The limited time and resources available for this study nec-

essarily limited its scope to these analytical techniques. Un-

doubtedly, more extensive analyses of specimens from actual tita-

nium fires would yield much additional knowledge; chemical and

x-ray analyses and scanning electron micrography would be particu-
larly useful.

The visual appearance of the specimens as received was quite

distinctive. The interior portions of the engine case showed

little accumulation of molten metal or oxides; the interior edges

of burned-through holes were relatively sharp, while the exterior

of the case showed much more extensive melting and burning. The
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rub strips showed evidence of severe rubbing; very little abrad-

able material was left on the rub strip land. The burned areas on

the outside of the engine case were dark brown in color and ex-

tended several inches beyond penetration sites. Penetrations were

generally elongated along the circumference. Splatters of bright,

shiny metal were evident near some of the penetrations and these

appeared to have been molten material from the rub strip; the

bright metallic appearance of this material indicates that it did

not participate in combustion. Subjectively, the rub strip seemed

to inhibit rather than enhance combustion. There was no evidence

that the rub strip coating burned and the pattern of propagation

of the fire would tend to support the conclusion that the rub

strip area was somewhat lcss combustible than adjacent areas. It

shc¢uld be emphasized, however, that these are qualitative and sub-

jective observations that must be checked against other evidence

be!fore reaching any conclusions.

Photomicrographs of specimens cut from the combustion zone

are shown in figures C-1 to C-3. The lift half of figure C-1

shows a cross section of the unburned rub strip side of the first

specimen while the right half shows a typical burned area on the

opposite side of the same specimen (the exterior surface of the

engine case). Note that the rub strip layer is mostly gone, with

only deformed fragments present above the bond layer. The burned

surface of this specimen, shown in the right half of figure C-1,

illustrates several features that were common to all burned speci-

mens examined. The outermost layer of metal (top of the photo-

graph) is harder and more brittle than the underlying base metal,

as evidenced by the lack of polishing scratches and the microhard-

ness determinations. The morphology of the outer layer and the

presence of numerous voids and bubbles suggest that this metal was

6E molten at some time during combustion and resolidified in'its pre-

sent location. This molten, recast layer is quite brittle and

often exhibits cracks; it occasionally chipped off during cutting

and grinding operations (figure C-2). The thickness of the recast

layer varied from 50-500m. To the unaided eye this layer retain-

ed a metallic luster, although often imbued with a brownish tint
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near the surface. Under the microscope, with a polarized light

source, the recast layer shows no optical activity, indicating

that oxides higher than TiO are not present. A tentative hypothe-

sis is that this layer is composed of a mixture of alpha-Ti plus

TiO. The dark brown oxide layer observed visually on burned sur-

faces of the original specimens was not observed on the polished

specimens; it apparently chipped off during specimen preparation.

It is likely that this surface oxide layer was formed after the

molten layer of metal resolidified.

Underneath the recast layer is a heat-affected zone, 50-300Pm

thick, where the temperature of the metal exceeded the beta tran-

sus ( 1270K (1830 0 F) for Ti-6A1-4V) but did not reach the melting

point. Upon cooling from the beta field, thin, needle-like grains

of alpha-Ti nucleate and grow; the grain size of the transforma-

tion product depends upon the rate of cooling. These needle-like

grains are termed acicular alpha. Often the acicular alpha will

form a basketweave structure, termed Widmanst~tten, due to nuclea-

tion on preferred crystallographic plane of the parent beta

phase. This type of structure is clearly visible in the center of

the right half of figure C-l. Because the acicular alpha nucle-

ates first on the beta grain boundaries, it leaves a definite out-

line of the prior beta grains. The prior beta grain size in fig-

ure C-1 is on the order of 50pm. This is rather a larqe grain

size in view of the very short duration of a typical combustion

event, and suggests that the temperature in the heat-affected zone

could have been well over 1340K (1950*F).

Beneath the heat-affected zone, there is no visible differ-

ence in the photomicrographs of burned and unburned regions.

Another specimen, cut from a different area of the rub strip,

is shown in figure C-2. Here, again, the rub strip did not burn

as severely as the surface on the outside of the engine case. In

this instance the recast layer broke off while the specimen was

being cut. The heat-affected zone remains, but the acicular alpha

is not as clearly defined as that in figure C-l.
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Figure C-2. Unburned (top) and burned (bxrttom)
portions of a specimen from the compressor case.
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A very thick recast layer (-500m) is shown in figure C--3.

This specimen was cut from the bleed air manifold; the photomicro-

graph in figure C-3 shows a cross-section of the outside edge of a

burn-through. Note the extensive cracking in this layer.

Microhardness testing is a useful technique for sudying con-

centration gradients of oxygen dissolved in titanium. Hardness

increases with increasing oxygen content of the metal to a peak,

beyond which the hardness falls off as the concentration ap-

proaches the solubility limit (-35 atomic percent for pure tita-

nium). Thus, by measuring hardness as a function of depth below

the burned surface, the oxygen penetration depth may be detrmined.

For the present investigations, a diamond pyramid indenter was em-

ployed with a load of 500 g. The results of microhardness tra-

verses of four specimens, including one unburned specimen, are

presented in figures C-4 to C-7.

Hardness as a function of depth below the surface of the rub

strip for an unburned specimen is shown in figure C-4, which

serves to illustrate the relatively low hardness of the rub strip

material and an average diamond pyramid hardness number (DPHN) of

325 for the bulk titanium prior to combustion. Figures C-5 and

C-6 show hardness profiles for two specimens cut from the enginc,

case; figure C-7 is the hardness profile for a specimen cut from

the bleed air manifold.

The results reveal several interesting facts. The oxygen

penetration depth ranged from 500 to 10OOjm, well beyond the heat-

affected zone in all specimens. The hardness of the outermost,

recast layer was difficult to determine because of its tendency to

crack under the indenter, and so only one value of the DPHN for

this layer was determined for each specimen. These values ranged

from 398-1345. The highest hardness values were found in the

heat-affected zone, but this is consistent with a decreasing oxyg-

en content since the curve of hardness vs. oxygen concentration

goes through a maximum. Below the heat-affected zone the hardness
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fell off rapidly with increasing depth; for most specimens the

hardness was down to normal levels within 750m.

One question does arise from the results of the microhardness

testing: how can the high values of hardness measured in the

heat-affected zone be reconciled with the fact, noted earlier,

that this layer is transformed beta? At its highest temperature,

this layer would have had a beta structure, but the beta phase has

a much lower oxygen solubility than the alpha phase (8 atomic per-

cent at 1970K (30860 F), and less at lower temperature). Yet the

oxygen concentration in this layer is thought to be on the order

of 20-30 atomic percent. If this quantity of oxygen diffused into

the heat-affected zone while it was at high temperature, the cry-

stal structure would have transformed to an a-$ mixture, or per-

haps even pure a , without any cooling. If this had occurred it

would not have been possible to form acicular alpha, since the al-

pha would have had sufficient time to form a plate-like micro-

structure. Thus, we are drawn to the conclusion that oxygen dif-

fused into the heat-affected zone after this layer had cooled be-

low the beta transus.

One possible sequence of events that could rationalize this

conclusion would be if liquid, burning titanium flowed across the

solid titanium surface, rapidly resolidifying by giving up its

latent heat of fusion to the underlying solid metal and raising

the temperature of this material above the beta transus. Both the

recast layer and the heat-affected zone would then cool fairly

rapidly below the beta transus by conduction, convection and rad-

iation. While these two layers cooled, oxygen would diffuse from

the oxygen-rich recast layer to. the heat-affected zone, but this

would not occur rapidly enough to exceed the solubility limit of

the beta phase. Of course this sequence of events is quite simi-

lar to the mechanism that has been proposed to explain propagating
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titanium fires; the only difference is that if the molten, flowing

titanium has sufficient enthalpy, it may succeed in igniting more

metal rather than quenching itself. Thus, the metallurgical ex-

amination of specimens from an actual titanium fire helps to con-

firm the model of titanium combustion that is emerging from the

extensive experimental studies in industry and government labora-

tories.
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